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ABSTRACT 

New versions of both driver and power tubes vere designed 

and construction of these tubes was started. Studies were made of 

different magnetic circuit designs to determine hew tubes could beat 

be mounted In a phased array. It was concluded that a fixed array of 

permanent magnets with removable tubes made largely of non-magnetic 

material Is preferable to combined tube and permanent magnet package«. 

Initial tests were made on the incorporation of a non-reciprocal farxite 

attenuator on the slow wave circuit. While these tests show promise, 

they also Indicate that a number of difficult problems must be solved 

to obtain a satisfactory non-reciprocal attenuator. Procurement of 

phase measuring equipment and life test equipment was started. A 

study of the relative costs of one antenna element per tube versus 

several elements per tube was conducted with the tentative conclusion 

that several elements per tube would be cheaper if the necessary high 

power phase shifters could be made available at reasonable cost. 
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1.0  TNTRQDUCTIQN 

During the period covered by this report, effort has been expended 

along a number of different lines in preparation for the next stage of the 

program which is the construction and evaluation of groups of identical 

tubes. The areas of effort have been: 

(1) Evaluation of present tube designs 

(2) Redesign of the tubes based on this evaluation and for the 
purpose of incorporating liquid cooling through the circuit 
bars to raise the average power level 

(3) Study and evaluation of magnetics problems for tubes 
mounted in an array 

(U) Study of phase measuring equipment available and procure- 
ment of this equipment 

(5) Planning of a life test set up and ordering of the neces- 

sary equipment 

(6) Studies of the problems involved in the incorporation of 
a ferrite attenuator in the tubes 

(7) Economic study as requested by ARPA of the relative costs 
of one versus several tubes per antenna element. 

These areas of effort will be covered individually in the 

following sections. 



2.0 EVALDATION OF EXISTING TUBE DESIGNS 

2.1 The Internal Magnetic Circuit of the SFD-209 

At the end of August 1962 there were two version« of the SFD-209. 

One of these had magnetic end hats and a flux guide behind the cathode 

surface. This design permitted us to obtain a magnetic field In the 

Interaction space higher than that In the permanent magnet material 

located Just outside the vacuum envelope. Figure 1 shows a sketch of 

the magnetic parts of this design and Figure 2 shows the measured 

magnetic field strength along the cathode, anode and wall surfaces. 

The axial variation of magnetic field Is small although there 1« a 

considerable radial field variation. From the magnetics standpoint, 

this arrangement made the most efficient use of the permanent magnet 

material. The function of the soft Iron flux guide In this design was 

to provide the axial field uniformity. Without the flux guide, tha 

magnetic field strength at the center of the gap would have been much 

less than at the ends. This Is shown In Figure 3 which «hows the axial 

flux density variation with the magnetic end hats but with the flux 

guide removed. A« may be seen from Figure 1, the flux guide la a step 

approximation to a tapered cylinder. It operate« at magnetic «atura- 

tlon, and It« effect can be viewed to a flrat order a« a «queering out 

of flux In the center where It« cro««-Bectlon la a minimum, to make up 

for the deficiency of flux which would othervlae occur at the gap center. 

The thlckn.»«« of the flux guide at It« center «ectlon 1« «ufflclently 

small so that the total flux carried by It Is a small fraction of the 

total flux supplied by the magnet. The presence of the flux guide thus 

requires a negligible Increase In the permanent magnet area. 

The alternate design was one In which the end hats were made 

of a non-magnetic material and the soft Iron flux guide was entirely 

eliminated. Figure k  shows the axial magnetic field variation In this 

case. The radial variation Is eliminated but now the field In the 
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FIGURE 1   SKETCH OF THE INTERNAL MAGNETIC PARTS OF THE SFD-209 

The flux guide tCapa are thown exaggerated so as to be 
viaibl«.  In reality they are fron 3 to 15 mila high 
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Interaction space Is the sane as that in the permanent magnet material. 

This means that the field In the magnet must be raised to about 

1000 oersted«.  This can be done only at the expense of operating the 

magnet material at a lower energy product than If It were operated at 

600 to 800 oersteds as would be possible with the flux guide. The 

length of the magnet Is determined by the spacing of the pole pieces 

which must be at least the anode bar length. Thus advantage cannot 

be taken of the 1000 oersteds In the magnet to shorten the magnet 

length.  These factors result In a requirement for a considerably 

larger magnet If the flux guide and magnetic end hats are not used. 

The RF performance of the SFD-209 was evaluated using these 

two magnetic circuit geometries. Figure 5 shows the most conclusive 

results.  Here V-I curves are shown for a tube with magnetic end hats 

and flux guide and then for the same tube as rebuilt with non-magnetic 

end hats and no flux guide. The V-I curves with the flux guide are 

much steeper and the total current available Is less. The efficiency 

Is also lower and the tube more noisy for this magnetic configuration. 

Results of this sort were confirmed several times over In tests on 

other tube«. They clearly showed that the flux guide scheme would have 

to be abandoned even though It provided savings In magnet weight. 

Some Insight Into the effect of the flux guide may be seen by 

reference to Figure 6 which shows a sketch of the magnetic cquipotentlals 

and flux lines In the presence of the flux guide. Since the flux guide 

Is operating saturated, the magnetic field lines need not leave It 

perpendicularly. The action of the flux guide Is to space the equl- 

potentials uniformly along Its length, but It does this at the expense 

of the Introduction of a considerable component of radial magnetic 

field. This radial field Interacts with the circumferential electron 

velocities to produce a strong focusing force toward the center of the 

Interaction space. Some such force Is often helpful In confining the 
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THE AXIAL VARIATION OF B, AND Br.  These quantities are 
related by  ^Br  -,8,   which follows fro» VxB ■ 0 



electron cloud but here Its effect Is excessively large.  Its apparent 

effect is to make only the central portion of the cathode effective 

in producing current. Hence less current is obtained for a given 

operating voltage than with a uniform magnetic field. 

These results with the flux guide have led to abandoning 

Its use and to choosing the second design which gives a more uniform 

magnetic field.  The same design will be used for both the SFD-209 

and the srD-216. Various permanent magnet arrangements which were 

considered to go with this design are discussed in section 3-0. 

2.2 Sources ot Feedback in the SFD-gOO 

Feedback of a signal from output to input is undesirable 

because it tends to enhance the noise output of the tube and because 

it introduces a sinusoidal component into the phase versus frequency 

characteristic.  The noise is an attempt of the tube to oscillate and 

occurs at frequencies for which the feedback is positive.  Actual 

oscillation is prevented except in the presence of very large feedback 

by non-linear effects which lock the 8pac«> charge into the spoke pattern 

dictated by the input RF signal. The sinusoidal component of the phase 

versus frequency characteristic is undesirable because linearity of 

this characteristic is needed for good reproduction of "chirping" 

signals.  Further, since the sources of feedback are less well controlled 

than are the basic characteristics of the circuit, the sinusoidal 

component they introduce into the phase characteristic will tend to 

have a somewhat random nature and therefore will lessen the tube-to- 

tube reproduclbility of the phase characteristic. For these reasons 

it is necessary to investigate and to minimize the various sources of 

feedback. 

The three major sources of feedback are shown schematically 

in Figure 'f. They are: 

(l) reflections from the transducers between slow wave circuit 
and coaxial line 

10 



(3)    llaceroaic fMdback through 
drift »9*c* 

Input 
• IgMl 

IT «IgMl iMklng 
through drift •pact 

Drift ipaco 

(1) Signal 
roraflactad 
fro« Input 

Tranralttad 
signal 

Signal raflactad 
fron output 

^ v. low way« 
circuit 

Cathod« 

riOOU T      SOOHATIC SHOVIUC THK THREE HAJOI SODftCES  OF  rEEDRAOC 

11 



(2) RF leakage through the drift space. This occurs largely 
because the cathode and the drift space bars opposite 
them act as a slow wave circuit with sooe finite bandwidth. 
It is minimized by the use of an absorber behind the drift 
space bars. 

(3) electronic feedback through the drift space as a result 
of incompiete debunching of the electron space charge 
as it passes through this region. 

The magnitude of the first two sources may be evaluated from 

cold tests.  Figure 8 shows the reflection from a coaxial to slow wave 

circuit transducer. Reflections are held to a return loss of i^ db or 

better over the useful part of the band. For a feedback path nade up 

of a reflection from thfi output transducer, transmission back through 

the c to 3 db loss of the circuit and rereflection from the input, the 

loss would be about 33 db.  For a 20 db gain tube, this would mean a 

feedback signal down 13 db on the input signal. 

The magnitude of the RF feedback through the drift space may 

be measured by terminating the slow wave circuit with lossy material 

and measuring the residual transmission.  In our tests we have used 

Emerson and Cunning, Eccosorb material. Increasing amounts of this 

material have been placed on the circuit until the transmission does 

not decrease with further additions of It.  This remaining transmission 

must be getting from output to input via some path other than the slow 

wave circuit. That this path is the drift space can be checked by the 

introduction of lossy material here.  In this manner it has been deter- 

mined that the RF leakage through the drift space is In the 35-tO db 

range. 

We have to arrive at a figure for the magnitude of the 

electronic feedback by more indirect reasoning. Figures 9 through 1^ 

& .ow the results of RF measurenc-nts or. one of the SFD-209 tubes that 

will be used for this purpose. Figures 9 and 10 are frequency response 

runs at I kw and 5 kw peak input signal respectively.  Curves are shown 

12 





«■N 

Z\ 

I   - 

s 

<M   <M 

L 
*H . jndjno Jtnoj 

R 

o. 

1U 





with constant anode voltage and with the anode voltage optimized for 

the tnaximum output power.  The constant voltage curves are relatively 

flat but the maximum output curves show a definite periodicity as a 

consequence of feedback.  The feedback signal viewed at the tube input 

alternately adds and subtracts from the input signal as the total phase 

shift around the feedback loop varies with frequency. Thus a net 

input signal which is the vector sum of the input signal and the feed- 

back signal can be considered as impressed at the input end of the 

slow wave circuit. As was discussed in the last report, the tube is 

operated as a saturated amplifier and the output signal amplitude 

changes only a small amount with input signal changes. This is the 

reason the effect of feedback is not in evidence in the constant anode 

voltage curves. When the anode volrage is varied, however, the effect 

of feedback in determining the effective Input signal amplitude becomes 

evident. When the feedback is positive, the effective input signal 

is larger and the anode voltage can be raised to a higher value without 

the input signal loosing control of the space charge and causing the 

tube to become noisy. The reverse is true when the feedback is negative. 

Thus the periodicity caused by feedback comes clearly into evidence 

when the anode voltage is optimized for maximum output. 

Feedback because of reflections from the transducers may be 

separated from feedback through the drift space caused by either RF 

leakage or incomplete electron debunching by the periodicity of the 

output variations as a function of frequency.  If the feedback is 

caused by reflections, the feedback path length is twice the length of 

the slow wave circuit - i.e., the feedback signal travels from input 

to output, is reflected there and travels pack to the input where it 

is reflected again from the transducer to coaxial line. The total 

phase shift in the feedback path is thus 2N© where N is the number of 

circuit periods and 9 is the phase shift per section.  Suppose the 

V 



feedback Is positive at a frequency for which the phase shift per 

section is positive and again for a frequency for which the phase 

shift per section is 9 + ^. The total change in phase of the feed- 

back signal between these two frequencies is 2«.  Thus we find that 

2Nöß = 2n      or    ^ = N 

If the feedback is via the drift space the feedback signal traverses 

the slow wave circuit once and then returns along an electrically 

short path to the Input. For this case, neglecting the phase shift 

through the arlft space, we find 

at      N 

Thus the periodicity for drift space feedback Is twice what It Is 

for circuit reflections. 

Figure 11 shows an OB-& curve for the tube used to obtain 

the data of Figures 9-15. For the observed periodicity of about 20 Mc 

In Figures 9 and 10, the periodicity In 9 Is about 8 degrees. This 

corresponds very closely to what we would expect for feedback through 

the drift space. 

Figures 12 and 13 show performance charts at 1 kw and 5 kw 

drive at a frequency for which the feedback Is regenerative and 

Figures lU and 15 show the same data at a frequency for which the feed- 

back Is degenerative.  From a study of these results, we find that thi- 

ef feet of going from a regenerative to a degenerative frequency Is less 

than that of going from 5 to 1 kilowatt drive at a fixed frequency. 

Further study shows that a reasonable conclusion Is thai Roing Irom 

regenerative to degenerative frequencies Is roughly equivalent to 

reducing the power halfwpy between 5 and 1 kilowatt drr.v   "hus the 
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RF field strength at regenerative and degenerative frequencies Is approxi- 

mately In the ratio of the square root of 2.5 or I.58 to 1. Such a ratio 

Is produced by an Interfering component down 13 db on the main signal 

component. In this case the main signal component Is the Inprt signal 

and the Interfering component Is the fedback signal. The feedback ratio 

Is then 13 db plus the tube gain of about lU db or about 27 db - I.e., th« 

loss through the feedback path Is about 27 db. 

It remains to determine whether this feedback Is electronic 

(i.e., due to Incomplete electron debunchlng) or RF leakage. The RF 

leakage measured on cold test was In excess of 35 db so we conclude by 

the process of elimination that we have electronic feedback with an 

equivalent loss in the feedback path of about 27 db. Thus for this tube 

we arrive at the following feedback ratios 

(1) for feedback by circuit reflections   -33 db 

(2) for feedback by RF leakage through 
drift space "35 to ^ «"> 

(3) for electronic feedback -27 db 

We would like to have greater values for these ratios. For 

»xaaple in a 30 db gain tube with a feedback ratio of -U0 db, the feed- 

back signal will be 20 db down on the input signal. The Interference 
o 

of this signal with the input signal would be expected to produce a 5 

peak amplitude sinusoidal component in the phase versus frequency 

characteristic. This is about the maximum value we would like to see 

for such a component. Means of reducing these feedback ratios which 

are being tried out in new tube designs will be discussed in section 3-0. 

Another means of measuring electronic feedback which gave a much lower 

value for a different tube will also be discussed in the next section 

on phase measurements. This result is not necessarily in contradiction 

to that presented in this section because slight differences in tube 

geometry could make a considerable difference in the feedback ratio. 
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2.3 Phase Measurements and Phase Measuring Equipment 

The only phase measurements made thus far are those of "phase 

pushing".  This term refers to the variation in output phase as a 

function of anode voltage.  Figure 16 shows measurements of this property. 

These measurements were taken using a slotted line set up as shown in 

Figure 17. At the reference value of anode voltage, a null was esta- 

blished In the line by adjusting the attenuators so that equal signal 

amplitudes were fed into the line from the opposite ends. The position 

of the null was then tracked as anode voltage was varied without further 

changes in attenuator position. Figure 16 shows the resulting relative 

phase shift as a function of anode voltage.  It is seen that this takes 

the form of a linear slope of about 2 degrees phase shift per l^t voltage 

variation with a superimposed sinusoidal component of about U0 peak to 

peak amplitude. 

The sinusoidal component found here is believed to be the 

result of electronic feedback. The phase of the residual component 

of bunching in the electron cloud emerging from the drift space will be 

a function of anode voltage which determines the drift velocity of 

electrons through the drift space. The periodicity of the effect would 

correspond to the electron velocity in the drift space being about half 

what it is in the main interaction space.  In view of the Increased 

anode-to-cathode spacing in this region (because of the cathode cut back) 

this is not wholly unreasonable though it is a bit less than would be 

predicted on the basis of spacing alone. The peak-to-peak amplitude 

of the sinusoidal component would indicate that the feedback signal 

is down about 27 db on the input signal. Under the conditions of these 

measurements, the tube gain was about 13 db so the feedback ratio would 

be about UO db. 

Studies were made during the period of this report of the 

best way of making the phase versus frequency measurements.  The methods 

studied were 
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FIGURE 16 PHASE PÜSH1IC IH THE SFD-209 
MEASURZMEKTS 

Sinusoidal component of plutc supsrlopotad on 
the strtlght line Is thought to result from 
residual modulation of re-entering space charge. 
Input power was S kw peak at 1155 Mc■ 
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(1) Hetrodyne system in which the phase information is con- 

verted to a fixed IF frequency at which phase comparisons may be made. 

This system has the advantage of eliminating problems of calibrating 

the phase versus frequency characteristics of the phase reference. 

A block diagram of a system suggested to us by the Merrimac Corporation 

is shown in Figure 18. The double modulation scheme is used so that 

image frequencies can be conveniently filtered out in the reference 

path. The phase resolver used is capable of accuracies of 0.1 degree. 

Because of its complexity this scheme was the most expensive of all 

those considered. Further it had not been fully engineered in this 

double modulation form so that its accuracy and its problems could not 

be fully evaluated. These considerations led us to reject this system. 

(2) Bridge system in which a simultaneous amplitude and 

phase balance is required. Figure 19 shows a block diagram of such 

a system. This system has been used in phased array studies at Lincoln 

Laboratories. It is excellent for CW measurements.  For pulsed measure- 

ments it poses a problem in case the tube under test exhibits amplitude 

compression as do the crossed-field amplifiers.  In this case the pulse 

shapes fed to the two arms of the bridge may have different shapes. A 

perfect balance of the bridge could not then be obtained over the full 

width of the pulse. The bridge output is quite sensitive to the 

balance condition. Thus if balanced at the center of the pulse interval 

there would be large output spikes at the beginning and end of the pulse. 

These spikes might cause overloading of the video amplifiers. The 

sensitivity of the output to amplitude balance would in any case make 

the interpretation of phane variations within a pulse extremely difficult. 

This scheme was rejected for this reason. 

(3) Bridge system insensitive to amplitude variations. 

Figure 20 shows the block diagram of such a system.  The two signals 

must be fed into the bridge exactly in quadrature to insure insensitivity 
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to amplitude variations. The two detectors must track simultaneously 

in amplitude and frequency and the bridge must stay in balance over the 

full frequency range. This appeared to be more of a development problem 

than we wanted to tackle. 

(U) Double probe slotted line technique. Figure 21 shows a 

block diagram of this system. The difference in output from the two 

detectors when the probe is located at the center of the line is pro- 

portional to the difference in phase of the signals fed into opposite 

ends of the line. The line must be calibrated at each frequency by 

moving the double probe to the positions for maximum differential output 

and adjusting the output of the differential amplifier to a reference 

level corresponding to + 90°. The calibration is a function of the 

amplitude of the signals in the sense that the output is proportional 

to the product of the input amplitudes. There are no large spikes of 

output during rlae and fall time of the pulses as in method (2) above 

although the calibration is different during the rlae and fall time 

than it is on the top of the pulse. As compared with a single probe 

slotted line, the double probe line has the advantages that phase 

readings can be taken directly from a meter and that nulls of the output 

pattern are always infinitely deep even if the signals applied to the 

two ends of the slotted line are not equal. The principal disadvantage 

of this technique is that reflections of the reference signal, entering 

at end A of the line In Figure 21, from end B appear as addition» to 

the test signal entering at end B and vice versa. If either of these 

signals is much larger than the other, this can be a very serious effect. 

This difficulty Is encountered in a single probe line as well as a 

double probe line. In spite of these difficulties we have chosen the 

double probe line method for our measurensents. A line and indicating 

unit have been obtained from the Wiltron Company. A pair of specially 

matched padding attenuators were also obtained. When connected to the 
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line they have a VSWR of about I.03-  For equal Input signals the maximum 

phase error that can be caused by reflections from ends of the line is 

about plus or minus one degree.  Even this effect can be calibrated out 

by a proper measurement procedure. To calibrate the whole system, the 

tube under test will have to be replaced by a known length of trans- 

mission line. To equalize the inputs to the slotted line, a pad will 

then have to be removed from the measuring system as shown in Figure 21. 

The phase characteristics of this pad will have to be carefully measured 

as a separate problem. 

All the equipment necessary for the phase measurements has 

now been acquired and assembly of the phase measuring system is starting. 

2.U Control Electrode Charjctoristics 

The control electrode characteristics of the SFD-209 and 

SFT)-216 were investigated. Figure 22 shows the basic control electrode 

circuit discussed in the last report and used in these tests. Figures 23 

and 2h  show oscillograms of the RF pulses and of the control voltage and 

control current pulses. The Inverting transformers used in these experi- 

ments have proven to be somewhat of a problem.  Initially we did not 

know what control electrode impedance to design for and the transformers 

we obtained turned out co be for too high an impedance level. As a 

consequence they were very heavily loaded In this application and their 

rise times were quite long. This is in evidence in the oscillograms. A 

second problem with a pulse transformer is that the load it sees is quite 

variable, from a low value when the pulse is first applied to a very 

high value after the tube has turned off. This causes a problem for the 

transformer then tends to oscillate when the tube turns off. If the 

oscillation is severe enough, the control voltage can drop to a point 

where the tube turns on again. The solution to this is to put a damping 

resistor across the transformer secondary as shown in Figure 22.  The 

presence cf this resistor however wastes power and further slows the 

transformer rise time. 
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Photograph showing oscillograms of the input RF pulse and the 
control voltage pulse for the SFD-209. 

(Time base - 1 microsecond per large division) 

Photograph showing oscillogram of the RF output pulse. 

FIGURE 2T  PHOTOGRAPHS SHOWING OSCILLOGRAMS OF THE RF INPUT P^SE, 
CONTROL VOLTAGE PULSE AND RF OUTPUT PULSE FOR THE SFD-209 

... 



Photograph showing oscillogram of the control electrode current 
pulse with no RF input.  Vertical calibration is 5 amps per large 
division. This current is capacitive charge and discharge current, 

Photograph showing oscillogram of the control electrode current 
pulse with the tube operating. 

FIGURE 2n       PHOTOGRAPHS SHOWING OSCILLOGRAMS OF THE CONTROL ELECTRODE 
CURRENT PULSE 
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We have recently found that we can obtain better characteristics 

in inverting transformers by winding them ourselves on ferrite cores 

than we can by purchasing conmercial ones. We can now obtain a rise 

time of about 0.2 microseconds into our variable load and not have 

excessive oscillations as long as we use about 1500 ohms of damping 

resistance.  Experiments are underway on somewhat improved models and 

details of these results along with instructions on how to wind these 

transformers will be given in the next report. 

An alternate approach to the transformer problem is to get 

rid of the transformer. Two circuits now being investigated in the 

breadboard stage and which do not require an output pulse transformer 

are shown in Figures 25 and 26. In Figure 25, the output tube Is a 

high vacuum tetrode incorporated into what is known as a "bootstrap 

circuit". The secondary of the interstage transformer must ride up 

to the full output pulse voltage along with the cathode of the output 

tube. There must be adequate insulation between the transformer 

windings to make this possible and low enough capacitance so that the 

power dissipated in charging and discharging it is not excessive. The 

hard tube circuit is one that can be used when pulse groups with short 

time intervals between pulses in the group are used.  The second 

modulator circuit (Figure 26) now under test uses a thyratron which 

cannot recover in the interval between pulses in such groups.  In 

other applications, however, it may be advantageous. We plan to use a 

circuit of this sort in our life testing because the current capability 

of a relatively small thyratron is such that it can handle several 

tubes at a time. Results of tests using these circuits will be given 

in the next report. 

Through a study of the control voltage and control current 

oscillograms, an approximation of the V-I characteristics of the 

control electrode of the SFD-209 has been derived.  This result li 

shown in Figure 27.  In obtaining this characteristic some smoothing 
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over of high frequency oscillations in the control circuit has been 

necessary. We feel, however, that the result shows the major features 

of the control electrode operation. 

As indicated in Figure 27, there are three major characteristics 

of interest, the voltage corresponding to the maximum current, the maxi- 

mum current and the minimum impedance.  Once the voltage for maximum 

current has been exceeded, turn off will occur.  If this voltage is not 

exceeded the control electrode will operate stably at points along 

the solid curve in Figure 27.  (The dotted "negative resistance" region 

of the curve does not represent stable operation.) Thus the control 

modulator must be capable of reaching the turn off voltage while passing 

the peak control current, and it must do this in the face of the minimum 

Impedance indicated In Figure 27. The peak current may be drawn for a 

very short period of tine and may represent a very small average power 

but nevertheless the output tube must be able to pass it instantaneously. 

This is of particular importance when choosing a high vacuum output 

tube which has clearly defined peak current limitations which are 

dependent on the applied voltages. 

The control ««lectrode turn off procedure has been applied to 

the SFD-216 power tube as well as the SFD-209 driver. The approximate 

control electrode characteristics for the two tubes are as follows. 

SFD-209        SFD-2t6 

Turn off voltage 2.8 kv U.5 kv 

Peak control current      10 amps        25 amps 

Minimum impedance        200 ohms       200 ohms 

For reliable turn off these minimum voltage and current 

capabilities of the modulator should be exceeded. 

During the period covered by this rep rt. an alternate 

control electrode arrangement was also tried in the SFD-209.  In this 

experiment the control electrode was placed on the anode side of the 

M 



drift space and was pulsed negative toward cathode potential to turn 

the tube off. The control electrode consisted of the usual drift 

space bars but these were now insulated from ground and a connection 

to then was brought out of the side of the can.  This errangement 

and the control circuitry used are shown schematically in Figure 28. 

It was hoped that this control electrode would have a high impedance 

because electrons would be repelled from it by the negative potential 

and instead would be driven to neighboring sections of the anode at 

ground potential. 

Successful control was achieved with this "positive side" 

control electrode but the hoped for high impedance was not observed. 

(This really should have been anticipated as discussed below.) 

Instead we observed a rather low negative resistance characteristic 

at shown in Figure 29. Because of the negative resistance the control 

voltage tended not to stay put during the "on" period of the RF pulse 

when the control modulator was off but tended rather to oscillate or 

to drift toward a negative potential so that the t.<be tended to turn 

Itself off on pulses over 10 microseconds length.  The only way this 

could be prevented was to use a very low modulator load resistance 

(R in Figure 28) and this, of course, made the whole circuit rather 

inefficient. The control pulse amplitude required with this circuit 

was always a little more than the dc anode-to-cathode voltage. 

A useful result of this experiment (and as a matter of fact 

the original purpose of the experiment before we decided to try 

pulsing the anode segment) was a measure of the amount of current 

drawn to the anode surface in the drift space.  This was less than 

one peak ampere under all conditions  This indicated that the drift 

space was not having an appreciable deleterious effect on efficiency. 

An indication of why the negative impedance characteristic 

of the anode side control electrode is encountered is given by 
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Figure 29.  Electrons in traversing the drift space tend to follow 

cycloldal trajectories centered on equlpotoitlal lines. A« the drift 

space Is pulsed negative. It Intercepts equlpotentlal lines of Increasingly 

negative potential and, therefore, an Increasing number of electrons 

can reach it. The more negative the voltage on the drift space anode, 

the more current can reach it and hence the negative resistance charac- 

ttristic. Tlw V-l curve of Figure 29 is, as a matter of fact, a 

rough indication of the energy (and space) distribution of the space 

charge flowing through the drift apace. 

Because of these undesirable characteristics of the anode 

side control electrode and because we want to maintain full freedom 

to design the anode side of the drift space to minlmlie RF leakage, 

we have decided to abandon the idea of the anode side control electrode. 

2.3    Ipng Ptilsg Teats 

Tests were conducted on the SFD-209 at pulse lengths of up 

to 600 microseconds with no signs of performance degradation. These 

tests were conducted by operating the tube as a self-excited oecll- 

lator using an external feedback loop. The tube was triggered on by 

the Input RF signal from the magnetron driver and then allowed to 

oscillate until turned off by the control voltage pulse. The maximum 

pulse length obtained was limited by the amount of storage capacity 

available. 

Two SFD-209 tubes were constructed with hollow copper clad 

stainless steel anode bars through which cooling water could be passed. 

This Is the major change required In the driver to raise Its averaga 

power output to the range required for It to be considered as a final 

transmitter tube. These tubes were not In themselves high average 
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power tubes because other changes which are required in the method of 

cooling the cathode and the output coaxial line were not attempted at 

this time. One of these tubes was tested up to an average power output 

level of 200 watts under which condition it ran quite «atisfactorlly 

and was, in fact, cold to the touch. These tests were made with the 

tube operating from a dc power supply with control electrode pulsing. 

The two hundred watt average power level is of significance because 

this is the requirement for the driver tube when operated as part of 

the two tube package. 

The construction of these water cooled tubes proceeded 

without difficulty. Braces of all the anode bars to the cooliig 

chambers were vacuum tight on the first attempt. Even though they 

are hollow, the copper clad stainless bars are considerably more rigid 

than the copper-circonium alloy bars used previously. This is reason 

enough for this method of construction even when water cooled bars 

are not required to meet average power dissipation requirements. 

One difficulty encountered with the water cooled tubes was 

with the RF leakage through the drift space. To cool the coaxial 

lines It was necessary to brace extra cooling bars along the drift 

space side of the coaxial lines. This In turn necessitated reducing 

the number of free bars In the drift space with a consequent Increase 

in RF leakage through this region. Measures being taken to correct 

this will be considered In a later section. 

2.7    M<«Cell/ineoU.  E«Dgrl«ents  on  the SFD-2Q9 

A number of design variations were tried In the SFD-209 with 

varying degrees of success. In the first of these a series of slots 

2 Inches long were cut In the surface of the cathode. The purpose of 

this slotting was to destroy the cathode surface as a ground plane, 

thereby enhancing the RF field near the cathode. This was tried In a 
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demountable tube and while the results were not completely conclusive 

►here was evidence of Improved operation at low power levels. This 

experiment was followed by one In which the slots were made longer by 

making them go over the top and bottom of the cathode cylinder In a 

"0" shape. Again there was evidence of Improved low level performance 

at some frequencies. However, the presence of these long slots caused 

Interference with the transmission and match of the slow wave circuit. 

As a result performance was degraded at certain frequencies. We 

tentatively conclude that cathode slotting may be a useful procedure 

If the slots are kept resonant well above the circuit pass band. Again 

erhancenu-nt of up to 3 db may be available by thlo procedure. We hope 

to Investigate It further In the coming months. 

Another experiment tried was the construction of a tube with 

a variable phase velocity around the slow wave circuit. The phase 

velocity was varied by a smooth taper in the anode bar lengths from 

input to output. The phase velocity was made higher at the input than 

the output so that for a given dc operating voltage the percentage 

overvoltege would be less at the input. The lower overvoltage where 

the RF signal is weak is believed to enhance locking of the space charge 

and thereby reduce the required input power. Taperins the bar length 

varies the n node cut off frequency and shifts the whole (Brfi  curve. 

Estimates of the to-P curves at the input and output are shown in 

Figure 30.  This tube did not behave as expected but tended to oscil- 

late in the regions shown in Figure 30 where one end of the circuit 

v.s  propagating and the other was cut off. This was considered a rather 

conclusive negative result and the concept of a tapered bar length circuit 

has been abandoned. The concept of tapered phase velocity, however, is 

mt  invalidated by these experiments. The tapering, however, should be 

of tl.c form shown in Figure 3I where the cut off frequencies at the two 

rrds of the circuit are the same. This type of phase velocity tapering 

could be obtained by tapering the width or thickness of the C^ couplers. 
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2.8 Experiments on the SFD-216 

Effort on the SFD-216 has been carried on during the period 

of this report at a lower level than that on the SFD-209. This tube 

type has given the objective of one megawatt of peak output power. 

Output as a function of frequency Is shown In Figure 32.  These tests 

were taken using a line type modulator and output was limited by the 

modulator capability. The tube was subsequently operated from a dc 

oower supply with control electrode pulsing at substantially the same 

power levels.  During these tests the tube began to show some sort of 

breakdovr. phencmcnon on the trailing edge of the RF pulse. This now 

occurs ,n both pulsed and dc operation.  Its nature Is currently under 

Investigation. 

One difficulty with the present SFD-216 design Is that the 

band Is centered at too low a frequency. Figure 33 shows an o-B  plot 

for the tube. The frequency range starting at 1150 Mc which we can 

reach with our driver magnetron corresponds to phase shifts per period 

of the circuit of over 130°. Experience with the SFD-209 Indicates 

that this Is close to the top edge of the band for best performance. 

Thus wc cannot test the tube in the frequency range where performance 

should be optimum. This will be corrected In new tubes by shortening 

the anode bars. 

The match to the SFD-216 circuit has been Improved.  Figure 3U 

shows transmission and return loss as functions of frequency. Adding 

the cathode to the tube Introduces holes into the characteristic 

above 1200 Mc as a consequence of RF leakage through the drift space. 

Methods of eliminating this will be discussed in Section h. 
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3.0 s-ninv OF MAr.WF.TTr HRSIGN Awn PRORLPIS RELATED TO MOllNTTMG 

TIHHTQ   TV   AM   .\RBAY 

3.1 The Requirements and Different Approaches 
to satisfying Them 

A study was made of the various possible magnet configurations 

for tubes in a phased array. Features of an ideal arrangement would 

include: 

(1) uniformity of the magnetic field in the interaction 
space. Our experiences reported in Section 2.1 
demonstrate the importance of this consideration 

(2) minimum interaction of neighboring tubes and minimum 
magnetic fields external to the array 

(3) package of tube and magnet to fit within a half- 
wavelength center-to-center spacing 

(U) minimum package weight 

(5) reproducibility of magnetic field from tube to tube. 
This is required so that all tubes may be operated 
from the same dc power supply. 

The various magnet arrangements considered were: 

(1) shielded package in which the magnets were mounted on 
the ends of the tube and connected by a soft iron yoke 

(2) magnet located inside the cathode 

(3) magnet surrounding the tube and packaged with the tube 

(U) magnets fixed in the array with tubes plugged into 
the magnets. 

Of these arrangements, numbers 2 and 3 proved to be impractical. 

The magnet inside the cathode could be made to give adequate magnetic 

field but the field uniformity in the interaction space was far short 

of what was desired. External magnets packaged with the tubes would 

result in excessive nearest neighbor effects when tube packages were 

changed. 
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A shielded package would be very desirable from the stand- 

point of minimizing nearest neighbor effects and external magnetic 

fields.  It would also permit adjustment of individual magnets to the 

same magnetic field within a close tolerance. The method of constructing 

a shielded magnetic package would be to mount magnets on either end of 

the tube and connect them with a soft iron yoke. Unfortunately, the 

presence of this yoke tends to make the magnetic field in the inter- 

action «pace non-uniform unless the diameter of the yoke is fairly 

large. Thus the magnetically shielded package tends to violate either 

the field uniformity or the maximum diameter requirement. It appears 

possible to compromise both of these requirements a bit and obtain a 

workable solution with this approach. This requires some significant 

complication in the tube design as will be discussed below. 

Magnets fixed in the array and surrounding the tubes seems 

to represent the easiest means of obtaining a close approach to the 

desired objectives without compromising the tube design. The im gnet 

weights are no more than the magnet plus yoke weight for the shielded 

package, and further this weight does not have to be handled each time 

a tube package Is replaced. Replacements of tubes will have little 

effect on the magnets which remain fixed In place. The spacing require- 

ments can be met without Introducing field uniformity problems.  The 

tube-to-tube reproduclblllty of magnetic field and the external field 

of the array are more serious problems than with the shielded package. 

However, as will be discussed below, there are ways of surmounting 

these problems. 

A consideration of the relative merits of the shielded 

package and the fixed external magnets led us to the conclusion that 

the latter approach would be preferable. Its disadvantages are minor 

and It does not sacrifice tube performance. Discussions were held 

with magnet suppliers about the problems of the fixed magnet array. 

55 



From these discussions we came to an agreement with the Arnold 

Engineering Company by which they will construct a nine position 

demonstration magnet array module. This module should be available 

for testing during the sumner of this year.  For our laboratory tests 

on tubes, we are in the meantime obtaining individual cylindrical 

magnets which will operate a tube as an isolated entity. These 

magnets are fairly large since in this method of operation the magnet 

must supply the total external flux that would otherwise be suprlied 

by adjacent magnets. They do, however, duplicate the conditions a 

tube will be in In an array. 

A more detailed discussion of the various magnetic configu- 

rations will be given in the following sections. 

3.2 The Magnetically Shielded Package 

Figure 35 shows a sketch of the arrangement envisioned for 

a magnetically shielded package. Magnets are located on the two ends 

of the tube and are connected together with a soft iron yoke. It is 

the presence of this yoke close to the interaction space that causes 

non-uniformities in the magnetic field distribution. 

The magnetic field distribution was studied in an electro- 

lytic tank with the results shown In Figures 36 and 37. For the 

purposes of this study, the inside diameter of the yoke was taken as 

U.9 inched.  The central plane of symmetry of the tube and the yoke 

«•s represented by one electrode in the tank and the pole piece by 

a second electrode. A third electrode biased to a potential of 75^ 

of the way from yoke to pole piece was used to represent a plane 

Inside the magnet and thus give the solution a bit more accuracy 

near the magnet. An attempt was made to keep the magnet diameter 

as small as possible to minimize the flux leakage between magnet 

surface and the inside of the yoke. 
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As may be seen from Figures 36 and 37, the presence of the 

yoke causes a bending of the equipotentlal lines since only the center 

equipotencial can Intercept the yoke which is at a potential midway 

between that of the pole pieces.  The closer the yoke to the inter- 

action space, the greater this bending will be. As a consequence of 

the bending, the flux lines which are sketched orthogonal to the equi- 

potentials will have considerable radial components near the edges of 

the interaction space. The relative magnitudes of the magnetic field 

are indicated by the relative spacing of the flux lines. The bending 

of the flux lines also tends to increase the axial variation of the 

magnetic field.  In theory we could minimise the axial variation by 

making the gap long and using only the central portion of it.  This, 

however, increases the magnet length and with it the total leakage flux 

from the side of the magnet to the yoke. We must be careful not to 

raiae the total flux through the magnet too far or the magnet diameter 

will become too large for the yoke sice chosen. This tends to be a 

"run away" phenomenon because an increase in the total flux requl.es 

an increase in the magnet diameter which brings the magnet wall closer 

to the yoke wall.  This in turn requires a further increase in the 

total flux through the magnet, etc. Thus we must be careful that the 

gap length we choose is consistent with what may be obtained with 

magnets of available materials. 

Figure 36 shows the equipotentlal and flux line distribution 

when a simple pole piece was used. As may be seen, adequate magnetic 

field unifomity is obtained only out to about a 1.5 inch diameter 

whereas we need an interaction space mean diameter of about 2.5 inches 

to have sufficient power generating area. 

Figure 37 shows a method of improving the situation through 

the use of permendur pole pieces protruding from the magnet. This 

solution represents one of the best found after a number of trials. 
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It gives the best field uniformity at a point Just Inside the pole piece 

diameter. ■ In the solution shown the Interaction space becomes about 

2-1/2 Inches In mean diameter by 2 Inches long, Just slightly smaller 

than in the SFD-209.  The axial field variation over this two Inches 

Is about 10^ and the radial field variation about 15^. Although these 

values are larger than we would like, they may be tolerable.  Experience 

with coaxial magnetrons Indicates that the magnetic field variations 

should be much less than this (of the order of 2f>)  to minimize frequency 

pushing.  The same may apply to phase pushing In the amplifier so that 

one consequence of this design as compared  to one giving a uniform 

field may be an Increase In the sensitivity of output phase to voltage. 

To use the design of Figure 37, the pole pieces must extend 

beyond what would normally be the anode bore diameter. This means 

that the anode bars must be bent as sketched In Figure 37. This Is an 

undesirable complication In the mechanical design of the tube. 

Figure 38 sunmarlzes the permeance calculation for the 

configuration of Figure 37. The main gap permeance obtained Is roughly 

comparable with that obtained by square counting on the electrolytic 

tank plot. As may be seen from Figure 38, the resulting magnet lust 

fits assuming the use of Alnico V-7, the highest energy product material 

now available. This does not allow for a hole through the magnet for 

the stem which will make the design even a bit more marginal. 

As may be seen from this discussion, the shielded package 

within array dimensions is marginal.  The chances are that it would 

work but would make the tube more complicated and hence more expensive 

and would degrade performance as compared with an external magnet.  The 

performance degradation fron our experience would probably show up as 

lower efficiency and higher sensitivity of phase to operating voltage. 

These coranents about the undesirability of the shielded package no 

longer hold if we consider an isolated tube application in which we do 
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not have • Julf-wvelength diameter restriction. If the yoke In the 

deelgns considered could be made about seven Inches In diameter, the 

field uniformity problem would be greatly eased and the leakage per- 

■cence of the magnet sides much reduced. In such an application, the 

shielded package would probably be the best solution. 

3.3 tu.net Inside the Cathode 

Figure 39 shows the contemplated location of the magnet 

inside the cathode. One way of mounting the magnet here would be to 

seal it inside a vacuum container and place It Inside the cathode 

during tube assembly. It could then be charged after the tube Is 

pumped by lamerslng the whole tube In a charging solenoid. Another 

method of locating It Inside the cathode would be to design the tube 

with a hollow center so the region Inside the cathode would be exposed 

to air and acceasible from one end. The magnet could then be dropped 

in after the tube is pumped. 

la this configuration, the magnet is in parallel with the 

interaction space so that the magnetic field in this space cannot 

exceed that in the magnet. To obtain the required 1000 oersted field 

an Alnlco VIII magnet would be required and its length to diameter xatlo 

would have to be about unity. 

The magnetic field uniformity near such a magnet was studied 

with a flux mater. Figure U0 shows the actual flux plots taken near 

an Alnlco VIII magnet of approximately the right length to diameter 

ratio. The fields are seen to be quite non-uniform with both considerable 

exial and radial variation. Because of the radial decay of field, tha 

magnitude in the Interaction space would be less than desired. Pole 

pieces over the ends of the magnet will help some but not enough. 

Because of its lower effective permeability, a ferrite magnet may be 

expected to give a more uniform field. Such magnets were tried but tha 

fields were still quite non-uniform. This high degree of field non- 

uniformity appears to rule the magnet Inside the cathode arrangement 

out of consideration. 
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3.U ^aenets External to the Tube and Packaged with the Tube 

For this arrangement, a magnet having a square external cross- 

section with a hole In the center for the tv^e  would be used. Since 

the magnet Is In parallel with the Interaction space, the field In the 

magnet should be the same as that In the Interaction space.  (Use of 

some re-entrancy of the Internal magnetic parts could have made the 

field In the magnet less but again this gives rise to field non- 

unlformlty,) An Alnlco VIII magnet will be required to obtain the 

necessary magnetic field. 

In this arrangement, each magnet need supply only the total 

flux required for its individual cell. However if a magnet is removed 

from such an array, the magnets surrounding the hole must now supply 

the additional flux that goes through the hole. Thus their total flux 

is increased. For a rectangular array in which eight magnets surround 

the hole, we estimate that the total flux required from a magnet on 

the edge of the hole might Increase about Kflt to 15^.  (The four 

magnets with their broad sides to the hole will encounter the maximum 

effect. The flux increase will be less than 251t because of the contri- 

butions of the four corner magnets and because the flux density in the 

hole will be less than in a tube position.) This Increase in total 

flux will change the magnet field by about 3^ to 5^. This is a 

relatively large change. We would like to keep the magnetic fields 

constant to within 111. under these conditions, it may be necessary 

to turn off four or eight adjacent tubes when replacing a tube. With 

this arrangement there is also the problem of whether all the magnets 

will come back to their original field strengths after replacement of 

a tube. With proper magnet stabilizatior. this problem should be sur- 

mountable. However setting up the array in the first place might pose 

a bit more of a problem. 
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When a tube and magnet package were withdrawn from an array, 

the field would drop to a low value because the magnet would now have 

to supply the total external flux without assistance from nearest 

neighbors.  Thus to test the tube independently, it would have to be 

plugged into a test position in which it would again be surrounded by 

other magnets. Other disadvantages of this approach arise from the 

extra weight the magnets add to the removable package, the magnetic 

forces on the packages during replacement and the problems of storing 

spare magnetized packages. This approach thus seems to have all the 

problems of magnets fixed in the array plus a number of additional 

ones. We thus feel that it has nothing to offer compared to the fixed 

magnet approach. 

3.5 Magnets in a Fixed Array 

Figure Ul shows the configuration for magnets fixed in an 

array worked out with the help of P. P. Cioffi of the Arnold Engineering 

Company.  Equality of magnetic field from cell to cell is assured by 

using coinnon pole pieces for all the magnets. These pole pieces may 

be thin because they need only carry the flux for a single cell plus 

the small amount of flux flowing between cells because of inequality 

in the magnets from cell to cell. To further minimize the field 

differences from cell to cell, a soft iron flux guide will surround 

each tube. The flux guide will in turn be surrounded by a non-magnetic 

spacer and then the magnet. The magnets will be U.5 inches square and 

the cells U.75 inches square so that there will be some space between 

magnets for additional supports, cooling liquid pipes, etc. The magnets 

will be cast of Alnico VIII of improved quality - i.e., of higher 

energy product than usually shown in the literature for this material. 

It is predicted that with the means of equalizing flux between cells 

used here, cell to cell variation will be less than 1^. 
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Around the edges of the array a number of dunmy cells will 

be placed. These will provide a border of magnetic material to 

provide the external flux fron the edges of the array. The first row 

of tube cells will thus see the same conditions surrounding them as 

are seen by the cells in the center of the array. 

Some thought has been given to how the array might be 

assembled. The best procedure appears to be to construct it in 

modules of nine or more tubes. These modules would be magnetized at 

the factory and then shunted down with soft iron keepers around the 

outsides or in the tube positions. They could then be shipped and 

the array assembled with a minimum of inconvenience. Once the array 

was assembled, keepers in the tube positions could be removed and the 

array allowed to cone up to full strength. The pole pieces of the 

modules would mate in lap Joints to provide a low impedance magnetic 

path. 

The external magnetic field of an array of this sort is 

Important because if excessive it can severely Interfere with other 

electronic equipment nearby. If an array of 30 or UO tubes on a side 

could be approximated by an ellipsoid, its ratio of .thickness to dia- 

meter would be very small and as a consequence, the magnetic material 

would be operating very near its coercive force and the external 

magnetic flux density (and, therefore, magnetic field) on either side 

of the ellipsoid would be very snail.  (The field in the materiel 

approaches the coercive force and the external flux approaches zero as 

the ratio of thickness to diameter approaches zero.) Hear the center 

our actual array looks like an ellipsoid with a large number of holes 

punched through it. The magnetic material now supplies the flux which 

floods these holes. The ratio of B to R in the magnetic material 

assumes a value equal to the ratio of the cross-sectional area of a 

cell filled with nor.-magnetic material to that filled with permanent 

magnet material.  (The saturated flux guide would have to be taken 
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Into account by an equivalent area of unity permeability carrying the 

same total flux.) Away from the array a distance equal to one or two 

cell spacings, the field would again look like the ellipsoid field 

and would be very low. 

What we have said so far holds for the field near the center 

of a large array and a short distance from its face. A practical 

array differs from an ellipsoid in having a constant thickness rather 

than one which tapers toward zero near the edges. Therefore we can 

expect the field near the edges of the array and a short distance 

from its face to be larger than that for an ellipsoid. To investigate 

this effect, we measured the field near the top plate of the configura- 

tion shown in Figure U2 with the results also shown there. We know 

by analogy with the ellipsoid problem that the results will be a 

function of the ratio of transverse dimension (s) to the thickness (t). 

It further makes no difference in the field distribution beyond a 

couple of cell spacings from the array that we have used solid plates 

to represent the array pole faces and have provided the magnetomotive 

force between them by a small magnet in the center. Thus we can get 

information of interest about a large array from this small scale 

model.  (The plates were about 1 ft. square.) 

Figure l»2 shows the distribution of magnetic field over 

the face of the square plates for different ratios of side length to 

thickness. These results show that the magnetic field drops very 

rapidly as we move in from the edge of the plate. Figure U? shows 

the magnetic field a distance of 0.1 times the side of the plate 

in from the edge. This field decreases rapidly as we approach the 

thickness to side ratio which would be encountered in an actual array. 

From Figure U3 we conclude that if we move in 0.1 of the 

way from the edge of an array operating with a magnetic field of 

1000 oersteds in the tube positions, the field near the array face 

will be less than 10 oersteds.  Thus we arrive at a recipe for 
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insuring that electronic equipment behind the array will not be 

disturbed by stray magnetic fields. We simply plan to make the 

active part of our array take up only 60^ of the side of the full 

magnet array.  Fields behind this active part of the array where we 

want to place driver tubes, control modulators, etc. will then be 

very small. Large leakage fields will be confined to the region 

around the edge of the array that we can conveniently stay away 

from. What this means In a practical array may be a 12 ft. x 12 ft. 

active array surrounded by an 16 Inch border of permanent magnetic 

material.  (To provide adequate protection to the first row of tube 

positions from the field uniformity standpoint, this border may have 

had to be only 8 Inches wide.) The 16 inch border could be tapered 

In thickness to further reduce the external leakage flux.  Thus the 

only region of high leakage flux from the array would be this 

border - perhaps 16 inches wide by two feet thick running around the 

edge of the array. 

This approach to the magnetic design of an aruy meets all 

our objectives. Field uniformity Is excellent. Total weight is no 

greater than by other approaches and much of the weight is fixed In 

the array and does not have to be handled when a tube Is replaced. 

The tubes fit within the desired spacing and external field is low, 

at least in the region where it is of significance. We have thus 

assumed this type of array construction in our tube design.  The 

Arnold Engineering Company has undertaken the construction of a nine 

position module plus border magnets to demonstrate the principles 

Involved in this approach. The dimensions of this module have been 

chosen to be compatible with the SFD-209 when used as a final trans- 

mitter tube in an array. For a full package two magnet arrays would 

have to be used and the spacing would have to be slightly larger to 

accomodate the larger SFD-216. 
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3.6 Maynets for an Isolated Tube 

The tubes being developed on this program may at some point 

find application in systems in which only a single tube is required. 

The magnetics considerations in such cases are entirely different 

from what they are when the tube is used in an array.  In the array 

application, an individual cell magnet is considerably smaller than 

the external magnet required if a tube is to be used in an isolated 

tube application.  The magnet for an isolated tube must supply leakage 

flux to a large volume of space that in an array would be occupied by 

other cells and other magnets. The required increase in magnet cross- 

section causes an attendant increase in the outside perimeter of the 

magnet and hence in the leakage flux. For the case of the SFD-209. 

the array ceil magnet is about U-l/2 inches square whereas a comparable 

magnet for an isolated tube application is a cylinder with an outside 

diameter of 8 inches. The cross-sectional area of this magnet is 

five times that of the array cell magnet. Less than 10^ of its total 

flux appears on the inside of the hole, the remainder is external 

leakage. Such magnets have been ordered for laboratory and life 

testing in spite of their size because they will accurately repro- 

duce the magnetic conditions a tube will see in an array. 

For an isolated tube application, however, another approach 

is desirable. One possible alternative is to use a bowl or horseshoe 

magnet of Alnico V-7, a higher energy product but lower coercive force 

material than the Alnico VIII required for the array cell magnet. An 

even more interesting result is obtained by returning to the magnetically 

shielded package of Section 3-2. By placing the magnets on the ends 

of the tube, their diameter is reduced by a considerable factor. Further 

the Alnico V-7 magnets can be used to advantage here. The result is a 

reduction In weight from the 50 lbs. required for the 8 inch diameter 

Alnico VIII magnet to 10 lbs. total for the two end magnets of the 
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shielded package.  Putting on a 7 Inch diameter return yoke adds another 

15 lbs. The total weight of the magnetically shielded package Including 

the tube thus becomes about UO  lbs. as compared to 65 lbs. with the 

external Alnlco V1I1 magnet. The consideration that has made the 

magnetically shielded package practical In this case Is the relaxa- 

tion of the diameter requirement. Because of this, the return yoke 

can be moved far enough from the Interaction space so that It does 

not Interfere with the magnetic field uniformity there. 

Another Interesting solution to the Isolated tube problem 

Is to use a magnet geometry similar to that In the shielded packige 

but to leave the return yoke off and make the magnet a bit larger to 

compensate for the omf drop of the return path through space. This 

might reduce the package weight to 25 or 30 lbs. though this would 

be done at the expense of Introducing considerable external magnetic 

field. 
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k.O    REVISED TUBE DESIGNS 

As a result of the experiments conducted during the period 

of this report, both the SFD-209 and the SFD-216 were redesigned. 

The objectives of the redesign were to 

(1) center the frequency band around that of our test equipment 

(2) reduce the electronic feedback to at least UO  db down in 
the SFD-209 and at least 30 db down in the SFD-216 

(3) reduce the RF leakage through the drift space to these 
same levels 

(U) Increase the average power level by removing the limita- 
tions Imposed by the cathode and the coaxial lines 

(5) increase the SFD-209 driver bandwidth. 

The new designs are referred to as the "B" designs. Tubes 

of both types incorporating these design changes are now under construc- 

tion. 

Centering the frequency band is a relatively simple prpcess 

of adjusting the bar length. Increasing the bandwidth of the SFÖ-209 

is also a relatively simple process. An increase in the Cj^ coupling 

Is called for. Since the coupler slots are about as sowll is we want 

to make them, this increase is being obtained by increasing the thick- 

ness (radial dimension) of the couplers. At the same time this requires 

a slight Increase in can diameter. Although the bandwidth Increase 

means an impedance decrease, there is a compensating gain from working 

over a more restricted range of phase shift per circuit section so 

that the highest frequency used will correspond to a lower phase shift 

per section than in the original design. 

A r'.duction in the electronic fssdbacV in tht driver is 

being attemptfd by making the drift »pace two periods longer and the 

slow wave circuit two periods shorter. A reduction in the RF leakage 
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through the drift space In both these tubes is being attempted by 

making the drift space bars longer than the main slow wave circuit 

bars. The attempt here is to make the drift space into a cut off 

filter and at the same time to prevent energy from going around the 

tops and bottoms of the drift space bars. 

Several means of cooling the cathode have been considered. 

Running cooling fluid directly in contact with the cathode which is 

at high negative potential is undesirable in a phased array tube 

because then an insulating coolant is required. This would either 

mean circulating oil through the cathode probably by an entirely 

separate cooling system from that required for the anode or it would 

mean incorporating extensive deionizing equipment into a system using 

a mixture of water and other constituents. The first 3 design SFD-209 

will use an air cooled cathode assembly. In this arrangement, a 

heavy shank will be brought out from the cathode and cooling fins 

will be attached to this shank. Figure kk  shows a layout of ar 

SFD-209 with this type of cooling. In the long run, this air cooling 

is undesirable since the use of cooling air in a phased array is not 

anticipated. Thus we want to eventually dissipate the he&t produced 

by cathode back bombardment by the sace cooling syfter» used for the 

anode. A method that will be used in the second E design S7D-209 

will be to coat end shields connected to either t:id cf the cathode 

with a high emisaJvity material. These end shields will then radiate 

to the anode water cooling chamber whose irsidi eurface will be 

similarly coated. With sjch cooling the cathode ney rtn as hot as 

U50OC for 200 watts dissipated but there should be no objection to 

this. The layojt of Figure W* shows one end o2  the cathode supported 

by a centering Insulator which is in turn sjpport«*. fram a ein, one 

side of which ii   -xpos^ to air. Ir. another cooling :'.et'.u-»d to bt 

tried, this centering ceramic will be replaced by * ceramic brazed 

both to the end of Lhc cithode and to the vacuven CM:. Cooling water 
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will then be run on the air side of this joint as indicated in Figure hk. 

This should permit cathode operation at a very low temperature.  Consi- 

deration was given to a pressure contact to a ceramic wafer metallized 

on both sides and trapped between the end of the cathode and the vacuum 

envelope. This would have eliminated the need for brazing the ceramic 

on both sides. Tests were run to determine the thermal impedance of 
o    o 

such a Joint.  The best we were able to obtain was about I to 2 C per watt 

per square inch with about 25 lbs. per square inch of applied pressure, 

this being the order of magnitude we could contemplate using in a tube. 

For 200 watts of power dissipated, the cathode would run at about U00 C 

with such cooling. This is not much lower than can be obtained with 

radiative cooling so this idea has been abandoned. 

The output coaxial lines of both SFD-209 and srD-216 have 

been redesigned for liquid cooling. Solid copper or copper-zirconium 

alloy center conductors would have been thermally adequate here but 

the copper clad stainless tubing is more rigid and in this sense easier 

to work with. With these changes both SFD-209 and SFD-216 should be 

capable of several kilowatts of average power. The windows may now 

provide the average power limitation. 

The tubes as now designed have rather extended coaxial line 

sections to get the windows centered on the tube package.  It is anti- 

cipated that this section of the tube could be redesigned to considerably 

shorten It.  This refinement will probably not be tried on this contract 

since the tube length is not a particularly important characteristic. 
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5.0 PLANS FOR LIFE TESTS 

A life test facility for the SFD-209 and SFD-216 Is In the 

process of construction.  This facility will pennlt simultaneous life 

testing of four packages each consisting of an SFD-209 and an SFD-216 

in tandem. During life testing the tubes will be operated in parallel 

from dc power supplies with control electrode modulation. This will 

permit us to gain experience with parallel operation of tubes as will 

be required In a phased array radar. Tubes will be mounted in individual 

magnets and each test position will provide for connection of an SFD-209 

and SFD-216 in tandem with an isolator in between. 

Figure U5 shows a block diagram of the life test facility. 

The input power will be provided by a 5J26 magnetron which will be 

run considerably below its maximum ratings to maximize its life. 

(Individual drivers would have been preferable but too expensive.) The 

output from the mag»jtron will be fed to the four test positions through 

directional couplers.  Dc power for the tubes under test will be pro- 

vided by two power supplies which are being purchased «s S-F-D laboratories 

plant Items from Research-CottrelI, Inc. The  required Isolators are being 

constructed on a special order by Ferrotec, Inc. The duracy loads will 

be Elmac water loads which will also be used for monitoring the average 

power. A single control electrode modulator will be used for all the 

drivers and another for all tne power tubes. Individual storage capa- 

citors will be use< for each tube.  Initial plans called for Isolation 

of each capacitor iron the high voltage buss with Isolating chokes. 

Thus In case of an arc or short In a tube, the associated energy storage 

capacitor would be completely discharged and recharged without appre- 

ciably affecting the charge on the remaining capacitors. Such 

isolating chokes could either be Iron core chokes of several henry 

Inductance or air core chokes of much lower Inductance.  (They could 

not be low Inductance Iron core chokes because the high currents flowing 
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in them in case of a fault would saturate the cores.) Estimates 

obtained on either type choke indicated that they would be rather 

large itans and therefore undesirable as part of a phased array 

element. We, therefore, decided to do without the chokes and will use 

only an isolating resistor sized to dissipate less than 1^ of the dc 

power and fuses which will blow in case of excessive arcing. We 

believe that arcing will be a sufficiently rare occurrence to make 

this an acceptable solution. Our life tests should provide a more 

complete answer about what is necessary to provide protection against 

occasional arcing. 

All the nwjor components for the life test facility have 

been placed on order and they are beginning to be received. It is 

anticipated that the facility will be in operation some time in June. 
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6.0 STUDIES ON THE APPLICATION OF NON-RECIPROCAL LOSS 
TO THE SFD-POQ CIRCUIT THROUGH THE USE OF FERRITES 

6.1 Introduction and General Sumary 

6.1.1 Why non-reciprocal loss is desirable 

Phase linearity as a function of frequency will be enhanced 

by virtue of unidirectional transmission through the circuit. All 

waves traveling from output to input will be attenuated; as a result, 

the ripple on the phase shift versus frequency characteristics will be 

reduced. 

If the circuit is effectively better matched, a high gain 

can be tolerated before the onset of oscillations. 

The gain of the tube will be allowed to be higher for a 

given deviation in phase linearity. 

6.1.2 Some of the problems to be considered 

The field patterns set up by the slow wave structure have to 

be determined in order to properly position the ferrite. 

The amount of unidirectional loss introduced by the ferrite 

is to be determined. 

A geometry must be chosen, as well as a proper fcrritc material, 

such as to avoid low field loss as well as the first order non-linear 

effect. The second order non-linear effect has to be avoided by proper 

choice of material and prop" positioning of the ferrite. This is due 

to the fact that the hgy fields associated with a slow wave structure 

are (c/vg)(hRF) of a fast wave. 

Also, temperature conditions are to be considered inside and 

in the vicinity of the ferrite. The technology will have to be deve- 

loped for incorporating the fcrri«.o into the vacuw? tube; i.e., staling, 

cooling. 

QuMtin-^ i.li-',,; !■■ .!'. i .1 r.ductior ■! thi l-rrit.- 1 n .1 

vacuun atnKsjNta" mi the offect of heating above Curie temperatur»- must 

be ar.3wer.id. 
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6.1.3 Short summary of progress 

In order for the ferrite to function as an Isolator, it must 

be inserted In a highly inductive region in which the RF magnetic 

field is circularly polarized. It will be shown that in the region 

In which the ferrite will be positioned, a circularly polarized RP 

magnetic field can exist.  Furthermore, experiments performed on the 

slow wave structure confirm the existence of circularly polarized 

magnetic field. 

The ferrite has to satisfy several criteria which are at 

times conflicting. As a result a choice of several materials is 

required. Only through experimentation will the most suitable and 

desirable material be determined. 

In order for these experiments to yield meaningful results, 

it has been decided to build a linear version of the SFD-209 circuit. 

This structure will permit an accurate but variable spacing of the 

ferrite from the circuit. 

6.\.h    Present status 

The linear circuit is in the mechanical design stage. The 

ferrltes for the linear circuit are on order. Consideration is being 

given as to how the ferrite will be incorporated into the tube; i.e., 

proper seal from the ferrite to the tube, removal of heat from the 

ferrite, coexpansion of ceramic and adjacent wall. 

6.2 Interaction of RF Field« of the SFD-209 Structure 
with a Fi-rrlto Rln.f 

6.2.1 Qualitative Description of the Magnetic Field Pattern 

For the slow wave structure in the tube, as a first approxi- 

mation, it appears plausible that for capacitive coupling between 

alternate bars (C. ) the currents will loop in the manner shown in 

Figure U6. 
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Now, since the H lines curl about the I lines, they will 

loop around the circular bars. The h^- intensity, at a given radial 

displacement from the anode bar, will vary cosinusoidally as shown in 

Figure U7 having a maximum at the short-circuited end (highly induc- 

tive region) and a null at the coupler (highly capacitive region). 

It appears plausible that circular polarization will exist 

for the h_F fields in the region between the supporting flange and 

the coupler row from the following argument. 

Consider a point P as shown in Figure Uj. The configuration 

shown in Figure U8 assumes 90° phase shift between alternate bars (to 

be consistent with Figure 1*6; this choice is arbitrary),  (in this 

case, h_F fields reverse polarity on alternate bars.) 

If for a stationary observer at point P of Figure UQ,  the 

h__ fields are passing by at constant amplitude while completing a 

2H rctation per wavelength of wave traveling by point P, then we may 

conclude that the K.    field is circularly polarized.  From the assumed 

»L pattern in Figure l»8, it appears that at a given position, point P, 

the h  field display versus time will be as shown in Figure U9. 
Rr 
NOTE: A study of Figure I16 will show that point P could be 

located either in region a or 0; I.e., the same 
polarization exists In each. 

However we are dealing here with a slow wave structure; 

i.e., there is an infinite number of h^ loops each corresponding to a 

particular space hnnr.onic of the structure. This slow wave behaves 

fundamentally as a forward wave. Associated with each space harmonic 

there is a phase shift per section 0^, "= PQ * l,",/L- lct  u8 consider 

the fundamental and the first backward space harmonic. As will be 

shown later, they arc waves of importance in the discusiion that 

follows.  Note th-'.t (Fluur» ^0 cxplfllns notation) 

hi UsA (1) 
pf 

This relation will be used later. 
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We also know that the slope of the c>-(3 curve equals the 

group velocity of the particular wave under consideration. If we 

consider the fundamental and the first backward wave space harmonic, 

we sec that the former has a positive group velocity whereas the latter 

has a negative group velocity. Hence the energy associated with these 

waves travels in opposite directions. 

As a result, if we assume that Figures U8 and U9 describe 

the polarization of the fundamental and its direction of propagation, 

we conclude that th«» direction of rotation of the first backward wave 

space harmonic »Lp field and its direction of propagation will be 

reversed. Thus if we have a device that absorbs waves circularly 

polarized in a given direction, one of the above waves will be absorbed. 

Now for a slow wave structure 

fi(x,y.z)e-" .SX^''^''7* 
afTr. 

(Rcf. 1) 

where 

«it J 

The above cquaCion« apply in the direction of propagation. 

However, In a directioi. aonrel to the direction ol propagation for a 

slow wive, th«- fields vary «a r^1™' If there «re no losses in the 

systet»; for the.i Jß,. ■ y ♦ j(Cim/L). where 7  ■ i&0>  *Wdi yields 

ß - P ♦ 2«nA- Ti«*« th'" deccy rate away from the circuit (in a 
n   0      »   -P-y normal olrecilon; IF e "'. 

I.     Oi.ir. A.  WitHns,   iXriCS IN ELECTRCMACNTTIC TIEORY,  John Wiley & 
bor.*.  Im;.   (17JO), p.   3«  -1'   l-6 

;.     Ibit.,  Lq.   1.9 
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If we write the total  field expression as a summation of 

forward and backward waves, we get 

Jy + K,-J(3o^V+Kie-J(^)y+ .. H , = K e-J0oy + Ve-WoT» + ty^poT^ +  ... (2) 
forward        o 2 h 

K .     = K,«-^^^ + KyJ^)y+ ... (3) 
backward        13 

The largest terms by far are the first term in each of the 

above expressions, for y "large enough".  (Note that at the surface of 

the circuit, y  0 so that no decay has taken place.) All the terms 

associated with the forward wave will have, say positive polarization; 

all the terms associated with the backward wave will be polarized in 

the opposite direction. 

6.2.2 Ferrite Interaction with the RF Fields 

Fron the theory of ferrites. It is known that if a ferrite 

sample is introduced into a region of circularly polarized magnetic 

field and if a dc magnetic field is applied in a direction orthogonal 

to the plane of h__ polarization, the electromagnetic energy will be 

absorbed by the ferrite sample for one direction of polarization. 

The h-p fields corresponding to forward and backward waves 

are associated with positive and negative circular polarization 

respectively.  Furthermore, for y large enough, the first term 

in the component fields (Eq. 2 and 3) is by far predominant. We can 

say that the ferrite interacts primarily with that term, either for- 

ward or backward, depending on the direction of application of the dc 

magnetic field, the direction of rotation of the circularly polarized 

field, and the direction of propagation of the wave. 

For example, if the wave propagates in the z-direction 

while its polarization is in the z-y plane, then depending on whether 

the dc magnetic field is applied in the +x or -x direction the ferrite 
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will Interact with one or the other component of the wave. The energy 

absorbed will be proportional to 

if we consider the absorption of the forward wave and 

e.clKle-2(0o+ 2«A)y 

if we consider the absorption of the backward wave. 

Consider the first component of the forward wave. The 

energy present in it is proportional to 

Ef x rtj . (e-^He^oy) = e-2poy 

The attenuation introduced by the ferrite is exponential a db/meter. 

As a result the net absorption is one of double exponential nature. 

A similar argument applies to the backward wave. 

6.2.3 Quantitative Verification 

An experiment was conducted which verified our interpretation 

of the circuit and ferrite behavior discussed above.  It was found that 

a logarithmic plot of the attenuation, in db, introduced by the ferrite 

versus radial excursion from the circuit yielded a straight line for 

the attenuation for both directions of applied dc magnetic field.  Note 

that the variation is linear, "far enough" away from the surface of 

the circuit - say above 1 inn; otherwise, the other terms in the summation 

of the wave become important as discussed above.  This can also be seen 

from the plot being discussed. 

We can conclude that the h^ fields are uniformly circularly 

polarized from the following reasoning. 
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(a) Uniformity 

•The plot shows that variation of attenuation with distance 
Is uniform; hence the same polarization exists In the whole 
region that was Investigated.  (The fields are decaying 
exponentially away from the circuit.) 

(b) Circular polarization 

Since absorption was unequal for different directions of 
applied magnetic field, we conclude that the field could 
not have been linearly polarized. Furthermore If any 
component of linear polarization had been present, It would 
have offset the two attenuation curves since the absorption 
would then have been a hybrid between forward wave and 
backward wave for each direction of applied dc magnetic 
field.  Note that a linearly polarized wave can be broken 
up Into two oppositely rotating circularly polarized waves. 

From the slopes of the curves In Figure 51, we can calculate 

0 for the circuit at a given CD. 

Example:  from the graph, M(forward) = -20o(forward); 

M(backward) ■ ^.(backward) where M Is the slope. Therefore 

rvard) M(forward)   6(fo 
K(backw-ird) ' e(ba 0(backward) 

But from Eq. (l) In the previous discussion, 

e(backward) _ 2K  - g(forward) 
f'( forward)     fk( forward) 

"Sf0™^ " 'l'km       fro« the graph 
M(backv»rd) = -1.97 

then solving for ß(forward) we get p(forward) » lU7 /section.  This 

value Is close to the value of ß obtained by standard methods at 

f - 1250 Mc (ß^ lU0O). 

Thus this r»*thoJ night be an alternate way of finding the a>-ß 

diagram of our structure. Evan more Important, the Intercept of the 

attenuation curv.» vlth the axis corresponding to zero radial displacement 

from the circuit yields l-.fcnwtion about the relative impedances of the 

various wave conponants. 
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6.3 Experimental Results and Their Comparison with Theory 

The isolating quality of the AN50MW ferrite sample under 

consideration is determined by measuring the transmission loss of the 

circuit as the ferrite is brought Into close proximity vith it. With 

the ferrite in place, the circuit is lomersed into a uniform magnetic 

field. A measurement is taken of the transmission loss of the incident 

power as a function of the dc magnetic field applied as shown in Figure 52. 

If conditions are such that h^ x ^(applied) exists, then 

absorption will take place in accordance with Kittel's equation. 

6.3.I Kittel's Equation 

The frequency at which ferromagnetic resonance occurs is 

related to the applied dc magnetic field and other parameters as follows 

(Ref. 3) 

»r " t  [(Ho + <Nx * ""x - "z^.K + (", + *y '  ^"Of 

where the N , N , N are demagnetizing factors, such that 
x  y t 

N 4- N + N = 1 in the cgs system of units. Here it is understood 
x   y   z 

that we are using dc equivalent demagnetizing factors, meaning that 

we assume that the ferrite specimen is small compared to a wavelength 

in the specimen. The n terms take into account the demagnetization 

due to magnetic anlsotropy; they are defined in such a way that 

H* « -H*M and H8 = -tfw.    y  is the gyromagnetic ratio for the 
x    x     y    y 

electron - 2.8 Mc/oerstead = l.U g where "g" is the Lande splitting 

factor (usually equal to 2). 

3. Benjamin Lax and Kenneth J. Button, MICROWAVE FERR1TES AND 
FERRIMAGNETICS, McGraw-Hill Book Corooany, Inc. (1962) 
p. 159, Eq. U-30 {in  a modified form) 
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H is the applied dc field, assumed above in the z-direction; i.e., the 
o 
form of Kittel1s equation is such that it applies for a z-directed dc 

field. 

UiW is the saturation magnetization of the ferrite sample measured 
s 

in gauss. 

m    is the resonant   frequency  in megacycles. 
r 

6.3.2 Discussion of the Demagnetizing Factors and 
their Applicability in this Case 

As mentioned above, the demagnetizing factors strictly apply 

for the ferrite dimensions, for which demagnetization may be effective, 

smaller Zian a wavelength In the specimen. 

For a slow wave the propagation constant Is much larger than 

the free space propagation constant. As a result, since ß = 2«/\,  the 

effective wavelength of such a wave Is much smaller than the corre- 

sponding length In free space.  Comparing the relative lengths, we get 

^ for ^(slow wave) « -*  for ^(fast wave), &o  = ffiV^I? 

where    P = Vß^ - ß'c 

at high enough phase shift per section; I.e., the region In which we 

operate, we can neglect ßc In comparison to ßo. As a result we can 

obtain a direct relationship between u and the dielectric loading - 

I.e., 0 will vary «sVtu/uoMc/cJ". For our operating condition, 

0(8low wave) = U80 radians/meter. 

Therefore for n radian variation we need ir/U80 2r 6.5 on 

(without dielectric loading). However, we must remember that the 

ferrite behaves as a dielectric and that Its permeability 18 also 

variable. Figure 53 Illustrates the relationship between ferrite 

geometry and extent of h^ field loops. 
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A typical value of e/c for ferrltes Is 13. NOH (Ref. k) 

^ = 41 + S^n JT] 

where    2/T = 7AH, m. ^ T1*^ 

Then, at resonance, 0) = m, then 

'ran 

Note that the first term In the bracket is real - it contributes to 

the propagation term; the second term is imaginary - it contributes 

to the loss term. Therefore, at resonance, u = uo. As a result, P^ 

increases in the ferrite by a factor of Vf/€0' 2:1/13'. Therefore 

n phase shift will occur over a slab thickness of 6.5 mn/VTl 2: 1.8 mn. 

This dimension is of the order of magnitude of the smallest dimension 

of the cross-section of the ferrite. Thus the demagnetizing effect 

will be reduced for the largest dimension.  It is the smallest dimen- 

sion which has by far the Urgest influence on demagnetisation. 

Dimignr.tizition effects are taken into account as follows 

(Figure 51*. Ref. 5) 

N 
X 

y 

c 

«i. Op.cit., p. ;'>, Eq. l?-3 

5.     J.  Huberts, K1GK FREQUESCY APPLICATIONS OF FERRITES,  D.  Van Nostrand 
Coopany, Inc.   (l?60), Fig.   3-15,  P-  90 
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It Is Implicitly assumed that a and b are the minor and major axes, 

respectively, of an ellipse whose boundaries introduce demagnetizing 

effects. 

Thus since the order of magnitude of the ferrite thickness 

is comparable to a halt wavelength in the ferrite, no conclusion can 

be reached about the effective demagnetiring factors, except perhaps 

that their effect should be smaller than under fast wave conditions. 

6.3.3 Correlation between Experimental Results and 
Kittel's Equation 

In the experiments with the AN50MW samples, resonance was 

obtained for (refer to Figure 5U) 

(A) N = 3/I., N = 0, N -- l/U with a - 2 mn, b = 6 «■ 
x        y      t 

c » a,b and using equations for Figure 5U 

resonancr occurred for H(applied) = 5^0 oersteds. 

Check in Klttel's equation, assiming IT = 0, then 

».[(560.fi) (560*175)] ^591 

tor AM50KW, r  1.4 g  (l.Wl-S) ■ 2.1 Mc/oersted 

g(effective) » 1.5; hiHa  ■ 350 gauss 

.'.  f(resonant, Kittel) = I238 Mc 

In the tr.pcrir.er.t, f(rtsonant) was 2:  1250 Mc 

Thu» thtre is correspondence within    125O   " l^ 

(B) Changing tht d«ragnrtizing factors by tripling the width 
of the ferrite slab (as shown in Figure 55) we get 

«. • T^T ■ 8^H ■ *"* 

*  - 0 

V 



In this exparlment, H(applicd)  = U80 oersted. 

Then substituting in Kittel*s equation we get, with IT = 0 

» = [(U80 - (0.096)(350))(U80 + (0.8o8)(350))] 

y * l.k g m 2.1 Mc/oersted 

.*. © ■ 1230 Mc, where a> Is the resonant frequency 
r obtained from Klttel's equation 

The experimental frequency was f ■ 12U0 Mc 

.'. correspondence within 'IPUQ ^  < ^ 

We conclude from two Independent experiments that th" assump- 

tion of dc denagnttlzing factors properly describes the behavior of the 

ferrltc (under the assucptlon that effects due to anisotropy can by 

neglected). 

6.3.I* Discussion of Expcrlrental Results 

The bell shaped attenuation versus magnetic field plots which 

are obtained, as shown In Figures 56 and 57, correspond to expectations. 

The ferromagnetic resonance phenomenon causes the Imaginary part of the 

susceptibility •X" to vary «ipproxlnutely as l/(ar - of) where a> Is the 

frequency of the applied signal and 0>o Is the ferromagnetic resonance 

frequency satisfying Klttel's equation. In the denominator of the 

abovenfntloned expression, there should be a loss component which keeps 

X" finite at resonance. 

A study of the plots of transmission loss versus applied dc 

magnetic field «hows ttvit the peaks of both bumps occur at the same 

magnitude of dc magnetic field. This can be explained as follows. 

Both "bumps" are due to ferromagnetic resonance - the larger loss due 

to interaction with the torwjrd waves, thfe smaller loss due to inter- 

action with the backward wftvds. Since the abovementloned waves are 
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components of the samt  wave, the Interaction should occur at the same 

amplitude of magnetic field. This can be demonstrated from an analysis 

of Figure 51 - plot of the »ttt-nuatlon Introduced at ferromagnetic 

resonance by tht ferrlte versus radial displacement from the surface 

of the circuit. 

Another observation from the plots of transmission IOM 

versus applied dc magnetic field leads to a puwllng conclusion. In 

the vicinity of the zero field region, there appears to be a slight 

bump. This can be attributed to «ero field loss by the following 

reasoning. 

From theory of zero field loss, the maximum frequency at 

which It can occur Is given by 

f ■- ^[«(aalsotropy) ♦ UrflJ 

For our ferrlte sample (a nickel  ferrlte) AH5CHW, UiM, - 350 gauss, 

y -  l.U g - (1.U)(1.5)  - 2.1 Mc/oersted.    Since the experimental  fre- 

quency is about  12O0 Mc, th-i minimum anlsotropy field that will cause 

loss at this frequency Is 

«(anlsotropy) - "^ -350-220 oersted 

Therefore zero field loss will occur for H(anlsotropy) > 220 oersted. 

This value seems to agretr with the order of magnitude of anlsotropy 

field In nickel frrrlte fron Lax and Button (Ref. 6) given as 260 oersted. 

a* well en th- value given by  Sr-Ir *nd Wijn (Ref. 7), about 260 oersted. 

Since the frequtney at which we arc operating is close to the maxiimm 

6.    Op.cit.. p.  'yUZ, TaMe 12-1 

"      J    Smit    -d E    P.  Wljr,  t'ERRITES -  PHYSICAL PROPERTIES 0? FERRO- 
KACNETIC OXIDES IN RELAVION TO TnEIR TECHNICAL APPLICATIONS. 
Jof.r Wiley f   Sons,  Ire.   (1959).  ?•   I63, Tub It 3U II 
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frequency at which zero field loss can occur for this material, It 

Is reasonable to conclude that the zero field losses should be low. 

Note that for H* = 260 oersted, ^„(zero field loss) = (2.l)(260 + 350) 

■ 1280 Mc. It can be seen from the graphs that this loss does not 

exceed 1 db. According to the above argument, It appears plausible 

that anlaotropy tUIds are present In the ferrlte specimen and that 

they are large - of the order of 200 oersted, a value which certainly 

Is not negligible in comparison with the applied dc field or the 

magnetization saturation. 

However, if we substitute this value in Kittel's equation, 

we no longer get a correspondence between the latter and experiment 

(although excellent agreement is obtained when we asstane 

H(anisotropy)—»0). One possibility remains - the reduced denagnetizing 

effects due to the presence of a slow wave cancel the anisotropy fields. 

This coincidence, although possible for one set of denagnetizing factors, 

appe-irs highly unlikely in two independent experiments. 

Consequently, since the behavior of the ferrite was well 

described by the assumption of dc ellipsoidal denagnetizing factors 

and no anisotropy field» in Kittel's equation, we shall use that 

relation in the determination of the ferrite geometry proper in 

avoiding low field loss. 

6.3.5 Low Field Loss 

6.3.5*1 Zero Field Loss 

As previously discussed, the expression relating the maximum 

frequency at which these losses occur at zero applied field is 

<P (max) - 7[3(anis'.trop/) + h&0] 
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6.3.5.2 Low Field Loss 

The above relationship applies for a non-saturated ferrite 

sample.  If, however, we assume that the ferrite will always be saturated 

under operating conditions, then the following relation will hold 

because low field loss occurs as long as the ferrite specimen is not 

fully magnetized 

(D    y      H+ (N - N ^iW  H+ (N - N )Urf1o      (l) res  '   za    x   z'  8  ^a  * y   z   s 

where Hz is the applied dc magnetic field 

Now 

II (internal)  - H      - N U^ (2) 
r '        za        z      s 

Hence to avoid  low field loss, Hz(internal) must be such as to saturate 

the roateri&l;  i.e., 

Hz    ■ H(saturated)  ♦ N !»iiMg (3) 

To find maximum hit\u  allowed for a given geometry (hence N in cq. (3)), 

assume that proper value of HZa is applied in eq. (l) and that ferrite 

is resonant at frequency CDrtg.  Since from eq. (3) we know »«8 and since 

?1 * N   1. H - 0, we can solve for UiW In eq. (l). This is the 
z   x     y • 

•Mxlnu.1 allowable 4rf1s in order for no low field loss to occur. Again, 

here, wc have neglected any snisotropy field, In accordance with the 

argirient that KUtel's equation is well obeyed using dc demagnetizing 

factors and neglcctlr.g anifotropy fields.  It is instructive to plot 

'*ii\    allowablt voraus d-r-magnetlzlng factor, with H(6aturated) as a 
8 

par.wecer (Figur- >B) And tv» superlripose on this series of plots the 

gr^phic^l rclntlonshlp between iHc dt5a/.gnttizlng factor ard •'ii»1B neces- 

,ary to a/old the first order non-linear effect.  (Sec discussion of 

mm-llnear eflncts in ferrite, Section 6.5) 
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Note further that complete eradication of low field loss is 

not imperative in our application. We can tolerate some, associated 

with the ferrite per se (say of the order of, but less than, 1 db) 

because the nature of our circuit is such that forward loss must occur 

due to the existence of backward wave components in the slow wave. 

Thus a behavior, as shown in Figure 59. Is permissible. 

6.3.5.3 Isolation and Attenuation Ratio 

It is our goal to obtain between 15 db and 20 db of isolation 

between transmission in the forward direction and transmission in the 

backward direction and a front to back ratio of at least 10 db/l db. 

This appears to be realizable in light of the following reasoning. 

In the experiments with the AN50MW ferrite rings, we observed 

that under proper conditions a 10:1 front to back ratio was obtainable 

with the ferrite placed sufficiently far away fron the surface of the 

circuit (Figure 51). Due to the effects of the backward wave which 

causes an attenuation in the forward direction, we are required to 

move the ferrite back far enough • I.e., until this effect becomes 

negligible. However the maximum attenuation In the reverse direction 

was only I db. 

(a) Since th- attenuation a of the ferrite is proportional to X'' 

which is in turn proportional to Ui#1 /AH, we need to choose a material 

such that 

Now slTice the attenuation Is of exponential character a dh/seter and 

«incc •«< wert uslrg only l/j of the circumference for r.rt.11u.1tion by 

the ferrite, we should be able to increase the attenuation by a factor 

of 
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fcal 
-I; . .—    , 

AN50MW 
I-       ^material m 

Factor of 2.5 because we cannot "wrap" the ferrltc around the circuit 

over more than 2.5/3 * 360° = 300°-  It «PP"" likely that we shall 

be able to use a material having 

*->H^ A115CMW 

(b) If we use a ferrlte ring on either side of the ferrlte 

coupler region, since both sides luve the tfame polarization, we should 

be able to get an Improvenent In Isolation of 3 db. 

(c) kAts/£3ii t. Q db/oeter Is teepcrature sensitive since AH 

decreases for Increasing tenperature while UiKa  rcsnalns constant. 

(We will choose the material such that this condition Is maintained.) 

A« a result, at higher temperatures (under operating conditions for 

the tub«), the attenuation should be better than for cold test. 

(d) By using ferrlte sample having the axial dimension larger 

than that of the AN5GKV sample, wc should be able to increase the 

attenuation. Not«.* that the region of circular polarization is quite 

extensive and apparently uniform axlally along the circuit (Figures 

60 and 61). 

6.3.6 Lincwidth Requirement« for 10^ Bandwidth 

According to Suhl (Ref. 8), the Imaginary component of the 

«u«ccptlbility ot  the ferrlte 1« equal to 

x.,    m^L  
(o - ovt,,) ♦ r^tf2 

6. H. Suhl, "The Nonlinear Bchtvior of Ferrlte« at High Microwave 
Signal Levels," Proc. Inst. Raiio Engra.. Vol. hb,  IJo. 10 
October 1556, P? 1270-126»* 
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where    7=2.8 Mc/oersted 

M =- l/Un (saturation magnetization) 

AH = linewldth in oersteds 

OD   - resonant frequency 
res 

Now at resonance, o = o>   or 

Since the linewidth is measured at the front where X'   fal18 t0 halt 

the value of the maximum, then 

•y"      -»M-yAH      I ■£' 

^x = (M2 * r2*2 = 2 ,M,< 

Therefore 

X 2   2 «2 
_nux_ _   AP * 7"^  or ^a,

2 =, 7
2&r or £o * 7& 

Therefore the bandwidth is rAR. 

Since we require ICflf bandwidth - 120 Mc - the minimum AH 

allowable Is AH - An/r - 120/2.8 •   U2.9 oersted. 
The above value »houlJ be Increased by at least a factor of 

2 because it presently corresponds to a drop in X^ by a factor of 2. 

But "/.'   is proportional to the attenuation a db of the ferrite. If 

we assume a(total) * 15 db then a/? 2r 7-5 db; hence for i 3 db drop in 

atf.fwiMjn (across the NinoVldth) w- c'-r r<a?.-.nably isomre a necessary 

AH of ('42.9 x 7.5 dl)/3Jb % IX oersted. Therefore we should choose a 

material such that ender operating conditions It exhibits AH > 100 oersted. 
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6.3-7 Effect of Temperature on Llnewidth 

There is a rapid decrease of llnewidth with temperature for 

yttrium-gadolinium-iron garnet (Ref. 9). A similar behavior is seen 

for yttrium-samarium-iron garnet (Ref. 10). For nickel ferrites, ÄH 

drops to half its room temperature value at 100 C. 

Therefore, we must choose a material with AH as high as 

possible to get reasonable bandwidth under operating conditions. 

However, we do not know the temperature at which the ferrlte will 

operate under steady state conditions. Thus we guess that this 

temperature will be 1000C and on this basis proceed to choose the 

proper material for our application. 

6.3.8 Experimental Results 

6.3.8.I Llnewidth 

According to Soohoo (Rof. ll) the llnewidth of polycrystalllne 

ferrlte is a function, among other factors, of geometrical den-agnet- 

izing effects. These act in a direction to increase broadening. 

For a slow wave, these demagnetizing factors with respect to 

RF may be even more reduced so that the specified £& may be closed to 

the observed £».    From our experiments, this can be verified from the 

plots of attenuation varsus applied magnetic field (Figures j6 and 57)- 

£& has been defined «s the llnewidth at the "half db" absorption points 

of the sample. 

On Figure 56, the half absorption points occur at 

23 ' (23-5."O/S - lU.2 db level which yields AH = 2^0 oersted. In 

Figure 57 for t ■■ l/32", the half absorption points occur at 

9. G. a^rrlson lad L. R. Eodges, "Klcrwmve Properties of Poly- 
crystaUliu Hybrid Garnets," Microwave Journal, Vol. U, No. 6, 
June 1961, Fig. I, p. 55 

10. Op.clt., Fig. 8, p. 56 

11. Ronald F. Soohoo, TrfEORY AND APPLICATION OF FERRITES, Prentice- 
Hall, Inc., (196C), pp. 71*-76 
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6.65 - (6.65 - 3.0)/? ■ k.62  db level at which point the line width 

is 2 210 oersted. The specified lincwidth of the ferrite sample 

is 225 oersted(average); i.e., each sample may show some variation. 

There is reasonable correspondence between the observed value and 

the specified value of AH so that in our choice of a ferrite material 

we can use the specified AH as a basis fcr required AH. 

6.3.8.2 Further Discussion of Experirsental Results 

6.3.8.2.1 Effect of the can surrounding tht structure 

A comparison between Figures 51 and 62 indicates that the 

can seems to disturb the field pattern in the region between the can 

and the surface of the circuit. This is deduced from the fact the 

log of attenuation versus distance is no longer linear in the presence 

of the can. Therefore the circular polarisation of the h^ fields 

which allowed such a variation to occur has been disturbed, probably 

due to reflactiona by the can of the evanescent waves. If the can 

is placed "far enough" away from the surface of the circuit, this 

effect should disappear. 

This effect is «gain visible fror, s cooparlaon between 

Figures 63 and 6U although tK- can hat been mo/cd hack to 10 BB from 

the circuit. This eftect is probably anbancad by the c«r«nic encap- 

sulation of the ferrite which increases the intensity of the fialda 

in that vicinity. 

From Figures 63 and 6U It is furthermore sera that the 

introduction of the can causes a deterioration of back attenuation 

to front attenuation. 
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6.3.8.2.2 Effect of lateral notion of the ferrlte 

Observing the trammlsslon lose due to the ferrlte at a 

given radial displacement froa the circuit in Figures 60 and 61, 

one concludes that it is but slightly dependent on position.  It 

appears, hovever, as the ferrlte approaches the coupler region, that 

the ratio of forward attenuation to backward attenuation increases. 

A similar experiment, conducted in January shoved that although the 

back attenuation decre-iets as the ferrlte »pproaches, the back to 

front ratio remains practically unchanged. Therefore, further and 

more precise experimentation la necessary. 

It appears that the ceramic tnctpsulction somewhat improves 

the backward attenuation as well as the back to forward attenuation 

ratio. For example, in data recorded for a given physical configura- 

tion without ceramic - attenuation forwtrd •= O.U dt, attenuation 

back - 1.6 db; wherea* with ths ceramic in place - attenuation 

forward - 0.1»5 dh, attenuatlor. backward - 2.1*5 A. 

As can be aten  tros» Figure 60, doubling the length of 

frrrlte did not double the attenuation (as It sh^ld, due t.-> the 

exponential nfclukr.lJir. of absorption, a th/xettr).    Thla My he due to 

tbe t^ct that the rings were broken up Into segments. 

i.h    Dgyftrmination ol  the Tecattry a..d  Ljcatior. of Kcw Ferrlte 
Rings of vir:.)i.s f mposl tl •>r.'. tror the Resulta ot 
Kx.-.-rlrnnts ro;dMc>>J vl • h -ho All'.'yw FerriU Rin^s 

From a knwledge of the properties of the materials under 

consideration, we vlll find a relationship bctvien th.« attenuation 

ratio of theae matrrUls r.nd the stter.aatlon ratio of those already 

tested. From thii, we will find th« atte.-.uarlor. these osttrlals 

Introduce at •« glv.r, r.«vii.il ixcuf»l.:i froy rh«. clr.-vlt. As a result, 

ve will d^t'trrrlnt the gi.-wetry ^nd locatlo»i 3t the- HJW ferrlte rings. 
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In order to dFterminr tht- locatior of the ferrite, refer to 

tho associated plot, Figure 65. The attenuation per unit length a db 

is proportional to ititf./AB.  Tlierefore tor a matärial with 

^s  .P^l 
AN50MW 

the attenuation at the sanie radial excursion is k-tines as great (in 

dh).  In the mea.iur'-ar.tnts en the Ktarfott AMjCKW saaiplft, we need an 

arc of 120°, 80 rails thick ar.d 2^0 c.iis wide. The absorption that it 

introduced was extrapolHted to be uoout 1 dr> at 5-3 c,r from the circuit 

surface (Figure 51). In ord-r to increase att-muation, the circuis- 

fc-rential length can he iptre^std by a factor of 2.5, the width can be 

Increased by a factor of 2. Thus, conservatively, we should be r.ble 

to increase the nttenuffion of the sane material by a factor of 

(l)(?.5) ♦• 3 db > 5 db. He» the energy absorbed by the ferrite is 

proportional to 
ferritr> top 

Kc  'uy J 
forrire button 

.tndlr d« above plot of db «tter.uition versus racial  excursion for 

^arlovs matcrUlb at a gi/.T hlt-.'nuhtlcn level, K is  fixed.    Therefore, 

for «• giv^n thlcknri« of RT.terlAl, all   the rat^rlals will absorb  the 

SMC energy wht-i the excrrslcn of the  bcttam of the ferrile (x In the 

above plot)  satisfies  lb.-  r«quireBent  specified by the graph. 

Note that we kno.- ö fron the no. surcrents performed with the 

AM^CMW sample, p      UCC rad/iftor -  in tho «love plot  (and ir. Figure 66) 

the slope of th«   lints i.^rr.;spending to dif£>>r«nt r^teri-ils Is  the 

5ftr.c sc« t.>-j>t. A ir-i/lc   I   -.  '   il'i   :' r XS. ••• r IghfiVr- -rd. 
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6.U.1 Effect of Increasing the Thickness of the Ferrite 
on Attenuation 

By doubling the thickness to l60 mils or U ma, we get 

9.3 ran 

J Ke-^dy 

7-3 n» 
jKe-

2ß>'dy 

5-3 n™ 

so that we only attain an increase in absorption energy of 15^. 

6.5     Nnn-HnPar   Ff f. rf •;   -   Tirtt   f.nd  Second  Order 

The fields associated with slow wave structures are such that 

their amplitude i*  magnified (with respect to the amplitude in a wave- 

guide) by the slowing factor cf the structure, c/v , at the operating 

frequency. As a result, thi behavior of the ferrite element will be 

controlled by its "high power" lirttations (resulting from high field 

intensity) at powers well b?low those necessary to excite nor-linear 

phenomena of ferrite«- in crr.v'entionnl waveguide. 

According to Suhl's theory (Ref. 12), non-linear effects 

are due to the fact that c.rtain spin waves become excited as soon as 

the «nplitudo of O.-c  ur.i fcrm noJ»- (driven by the applied microwave 

field) exceeds a ct-rtalr. critical value. These effects are undesirable 

since they sharply reouce tht amplitude ot the imaginary part of the 

susceptibility X." , hence the attenuation a - especially If coincidence 

of the first and sccoid order non-linear effects are allowed to occur. 

Per the first ord/r nor.-linear effect the frequency of the 

unsteblr »pin va/-.s corr-..i?cnüd t->  half the frequency of the applied 

signal; the s?cond ordjr r.o.-.-lin»4r effect occurs at the frequency of 

the applied sigml. 

11.  Ibid. 
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Suhl has shown that the first order effect has an Inherently 

lower threshold than the second order effect (as It sets In at a lower 

amplitude of h_F). It has also been shown by Suhl that the first 

order effect can be suppressed If the experimental conditions are such 

that all spin wave frequencies are higher than half the signal fre- 

quency (by proper choice of the ferrlte geometry In reference to 

direction of applied dc magnetic field). 

This can be accomplished pravlded that (Ref. 1O 

7Lx    yv«    y      «yJ 3 

This relation Is obtalntd by writing Kitt^Is equation explicitly in 

terms of H   (absianlng the anlsotropy fields art nagliglblc) and 

assuadng that the subsidiary resonance occurs at half the signal fre- 

quency or 

H(subsidiary) - ^ ♦ V^s 

Since we need H(resot«nt) - «(subsidiary), the above relation is 

obtained; namely 

However, since M » 0 (geoottry fro» Figure 58) the condition becoccs 

* > 2H r^l    wt!ich •??••»■• la 'ig»»* 58. 

13. E. Stern, Ttrri:' ^upe Co'.sldc.-atla-is for OH? High-Power 
Isolators|■, Tfün«. Inst. Ridlo Rnars.. P«TT. Vol. Mtt-8, 
Ko. 5, Se?t«Ler KÄ, p. 565 
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(Note:  In the literature, the [ ] term above is sometimes referred 

to as 2N| where Nj_ is the transverse demagnetizing factor of the 

sample.) 

Again according to Suhl, the critical h-_ field strength at 

which the non-linear effect sets in is 

(AHJ 
h(critical)  (.iH) r^T" F   for oo < m       (l) 

• •XI c 
s 

where 0) = 7 N * N + v^2 + N2 + 1UN N ' 
c   Lx   y  »x   y     xyj 

^s 

JSHj.  lincwidth characteristic of the unstable spin waves 

/.H  observed linewidth of the resonant curve at 
half maximum height 

F 2r 1 for to « a> ,  becoming large as a> approaches (u 

h(crltlcal) = AHV^^      for oo > a)c      (2) 

The above relations nay need to bt- modified by a factor of v2.  Note 

that lu_ Is asstaned linearly polarized (Ref. \k).    This reference 

discusses both relations.  Note also that the h(critical) refers to 

the critical field in the structure in the absence of the sample of 

ferrlte. 

11». E. Schlömann, J. H. Snundcrs and M. H. Sirvctz, "L-Band 
Ferromagnetic Resonance Experiments at High Peak 
Power Uvcls," Trins. Inst. Radio Enyrs.. PCMTT. 
Vol. MTT-8, No. I, January I960, p. 96-100 

123 



6.5.1 Calculation of the Magnitude of the hRF Fields present 
In our Tube In the Region In which we wish to position 
the Ferrlte 

I.  Let E /2ß2P = 70 ohms at the surface of the circuit for the funda- 

mental and let v(synchronous) be 750 volts. Then 

v(phase) ^V^rf? = Vl x 1.759 x 10" x 750 = 1.62 x 107 m/sec 

to = (2ir)(l250 x 106) - 7.85 x 109 rad/sec 

ß = CD/V = U85 rad/meter 

Let the peak power be 100 kw; then 

E = ßV^S? = (U85)V^2 x 105)(70) 

= (U85)(2.71» x 103) = 1.81 x 106 volts/meter 

H = ^' Lü ^ ■ 0.U8 x 103 ampere-turns/meter 
377 

The  decay factor Is e y; let y ' 5 ,,ro where we Intend to place 

ferrlte; ßy = U85 x 5 x Ur3 = 2U2; e'0y = O.C^^ 

.". H - 0.U8 x 103 x O.O69I» - '•29 ampere-turns/met er 

1««   /   1 oersted   _ 1 5 U29 a-t/m x ^"^^  5.»» oersted 

II.  Insted of assuming the synchronous voltage at 750 volts and 

calculating ti, we can obtain from Figure 51 that at f = 1250 Mc, 

h - lU70/8ectlon; since the distance between sections is about 

5.5 rooi. then 
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0 =  lU7%ec x J-rr  x ' r^6n8 - U66 rad/meter 
5.5 x 10 i m/sec 

then at 5 mn from the circuit, the field will have decayed to 

expf (U66X5 x 10'3)] - 0.097. From this we obtain 

h = 0.U8 x 103 a-t/m x ^ ^^ x 0.09T = 5-85 oersted 

In our experiment, It was found that one possible location of the 

ferrlte would be at y -- 5.3 ma from the surface. Now considering 

the more pessimistic of the ahove two calculations, the one that 

yields the largest RF field, w«- modify the r.sult by a factor of 

exp [-(U66)(3.3 * M'H   . 0-0^ 

txp [.(1.66)(5.0 x 10-3JI  O.O89 

then        fhl       5.1 oersted 
3.3 on 

Note furthermore thit this calculitlon was Mdr on the assimptlon of 

maximum field prose.u In the Interaction space, although the field 

varies coslnusold-Uly In '.he space between the coeipler row and the 

supporting flange. Therefore In the region ol Interest, hRF Is 

probably less thin ' A  .wated. 

From experlmnt» d^«crllcd In the literature (R< I. I ). lr. 

particular T^blc 11 of «h. reference. .V\ I« of the order of 0.: oersted 

for practically ill terrlte-s (ranging fron ir-tgncslin ffrrltc» to 

nickel ferrltes to g.irnets - polyerystalllne). 

If In relation (l) (Section 6.5) "• were to assume 

h(crltlcal)  U ovr^lrd ird P  1, It vcvld require 

15. J. Carter, S. Olxoi, «nd I Rclngold, "Dependence of the 
Rcso-nncf Llt.ewldth of Hlcrwave Ferromagnetic 
Material» on Itcldent RF Power," Tfrnnit. Inst. Radio 
Enarä.. PCyTT, Vol. MTT-9, No. 2, pp 195*»97 
March I96I 
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  -  1 T - ^  - 0.05 AH   h(critlcal)   U        V'VJ 

This value would be utterly unusable since in the cxperinents conducted 

with AN50MW ferrite samplej 

urn 

was felt to be too low! Therefore, we must choose a proper geometry 

to avoid the first ordor non-linear effect. 

6.5.2 Threshold of Second Order Effect and Ferrite Behavior 
beyond Threshold 

According to Suhl, Peyond the critical h,^. field, the suscep- 

tibility decrcasi-s linearly with l/h so th*t even if a material Is 

chosen to operate In a region correipondlng to h(crltlcal), where 

h(crltlcaO la detwruilned by i^, ^3 and 4^, the deterioration of 

V* Is slow enough to warrant tlu. use of the nfcterlal. From the 

literature (Ref. 16), it is seen th« thi h^lwvlor of ferrite in the 

vicinity of the threshold critical field U as ehown in Figure 67. 

6.5.3 Effect of Substitutions on the Vnlue of h(crltlcal) 
in Yrtrlun Carn-ts 

It ippear» (Ref. 17) «»wt Polmlum Substitutions greatly 

enhance the ability of yttrium garnets to absorb high hjy, fields - 

a lit Holmium for yttriu-n r.oves the threshold Irom h  l/0.35 to 

h  1/0.1',». 

16. Ibic', ScMörtf.n, -t .1, (.'.. .r-i^ulir Flgvr«i. 3 •«"d 5) 

17. J.  J.  Crem end £.  Schifc*M.n,   "HIK'' Ff'«»-'»- Ferr<TOagnetlc 
Rcsonanco at X-band in Folycry'twlllao Garnets and 
Ferrit.«," Tmn    Tri^    RfnllpUrg-"     P(y-'"'- V01- MTT-8, 
Ho.   1, Janvary IS^O,  |.p  100-103 (Figure 2) 
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NORMALIZED SUSCEPTIBILITT VTKSUS I.«VERSE OP 

91 
P1ILD 

127 



S.^.k    Critical Field for Nickel Ferrite Alumiiwte 

For a material hiving hma ^ k7c
y, 7 = 2.1, £M = 290  oersted, 

h(critical) ' 15 oersttd (Rff. 18). Since the properties of this 

ferrite closely reseziblc these we require, Wr should have no difficulty 

operating at 3 ocrt>red. 

6.5.5 Critical Field for Yttrium-Cadolinl-Jia Garnet 

Reference 16 also show« h(crltlcal) i  10 oersted for material 

with htH       710, AS  £00. Fro« another source (Ref. 19) w« see that 
s 

for an Yttrium Garnet used in txperlTents, AH_ ^ 0.3 oersted. The 

relation used for h(crltical) in this case is 

h(crltic.il)  ^RVn? 
» 

Since our rcqulr.ir^nts arc AH *  100 oerstcvl, lii*;^ - TOO gauss,  then 

h(critical)      6 oerstsd. 

Thus It app^an. :hi: all :r\t  f'rrltf matrrl-ils under consi- 

deration set» to i'bvy the 5 oiril"d .vctr requirtient. 

C.C    Detcralnlna  th^  Prcnr Frrl..   t >r sr.t Apalkntlo;'. 

For our a^pllcntlon, 1 t%rrit-» «hcn.ld «stJsfy the following 

criteria 

(1)    Sufficient  llnt'vlJ'.h, AH for   10^ hancVldth;  this requlr.» 

a AB - ICO oersted (tr.di-r up^rrting codltlon»; not« that AH Is 

tempera tun   dep<ndrrit). 

18. Ibid, Schl^- >     . '.i 

19, Ibid, drt-r, .-t   i'. 
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the geometry 
of the ferrlte 

(2) Ui*l requirements 
8 

(a) The ratio kitl  /AH must be high for high attenuation 
since a db -v 8i*l /^H. This means that for AH minimum 
fixed by bandwidth and temperature dependence, we 
need kiM    as high as possible. 

(b-l) Avoidance of first order non-linear effect 
requires a low kiHa These condl- 

V tlons are a 
(-2) The disappearance of low field loss at    ^ function of 

sufficiently high dc magnetic fields 
also requires a low •-?'., 

(c) The second order non-linear effect requires AH/ Ui*1g 
high. Therefore, for a fixed AH, Ui«t is to be as 
low as possible. 

(d) Requirements for temperature Independent Ui#lg - If 
ktti Is variable, then the resonant frequency will 
also be variable 

1. yttrium-Iron garnet ferrltes can be temperature 
stabilized by gadolinium substitution«. These 
elements do not displace the Iron Ions from their 
lattice and therefore do not affect the Oirle 
temperaturo 

11. nickel ferrltea usually have such high Oirle 
temperatures (typically above J»00oC) that over 
the temperature range of Interest - say from 
room temperature to 1000C - the Ui*- value is 
relatively constant with 2$  typically. 

Table 1 suawirltt» the properties of ferrlte materials which 

■CM bast suited for our requirements. 

6.T The Linear Vemion of the SrD-309 Cirmit 

To obtain more detailed measurements on the properties of 

various ferrires und f.rrltt gto^tric», v  have decided to construct 

a linear version of tht- SFD-rO? circuit. The reasons for use of a 

linear geometry instead of a circular geometry arc as follows. 

ir.9 
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6.7-1 Reasons for Linear Circuit 

(1) Need for accurate but variable spacing of ferrlte trc-n 

circuit - The ferrlte must not be too near the surface of the circuit 

due to the presence of a strong backward wave component, nor can It 

be too far; If this were to happen, the field would have decayed so 

much that the ferrlte would be Ineffective. 

Since the field variation in the radial direction Is expon- 

ential (as e y), It is Imperative that we have full control over the 

radial positioning to understand the behavior of the circuit. 

By using ferrlte rings 

(a) It Is difficult to keep then concentric with the 
structure 

(b) every new radial excursion requires a new ring since 
wv need effectively a new ID of ferrlte. 

This difficulty can be clrcunvented by the use of a linear 

version of the SFD-209 structure In which a vertical displacement 

will correspond to a radial displacement In the former structure. 

Note that the behavior of the two structures (linear versus cylindrical) 

will be practically the same fron an electrical point of view since a 

linear approximation holds quite well for the cylindrical structure. 

(2) Difficulty In supporting the ferrlte rings - The require- 

ment of no Introduction of mismatches Into the structure ltd to the 

use of polyfoun which Is not very rigid. As a result, considerable 

difficulty was encocnu-rtd In the attempt In positioning the ferrlte 

at will with respect to thv structure. In the case of a linear 

atructure, the positioning can be controlled beyond the extent of the 

structure so that a met«I lie support can be used. 

(3) C.»«* - Circular arc» at*  very costly und difficult to 

machine. By rjr.stract rectangular slabs are relatively inexpensive 

so that a great deal of txpcrltnental flexibility can be achieved with 

them. 

m 



6.7-2 Provisions for High Power Test 

In order to investigate the behavior of the ferrite under 

relatively high power conditions, without evacuation of the air sur- 

rounding the structure, we sh-ll pressurize the circuit with SFg in 

order to avoid breakdown. Let P = 100 kw, K = V^/2P or 

Vp = 2PK =  (2)(1C5)(100) - U.5 kv 

For an intercoupler spacing of 25 mils, Ep = Vp/25 = «»500/25 = l80 

volts/mil. Breakdown can easily be avoided by use of SFg. 

Concurrently with the cold test experiments on the linear 

circuit we shall perform tests on a cylindrical structure of the 

SFD-209 in order to solve the several technological problems still 

present - removal of heat from the ferrite, coexpanslor. of ceramic 

and adjacent wall, propt-r seal from ferrite to tube. 
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7.0  STUDY OF THE ECONOMICS INVOLVED IN VARIOUS ARRAY CONFIGURATIONS 

(Submitted In satisfaction of subparagraph 3 of Item 3A of Contract) 

A suggested arrangement for a phased array radar In which several 

array channels are operated from each output tube Is shown in Figure 68. 

The output from each tube Is divided In a power splitting network and 

then fed through high power phase shifters.to the array element antennas. 

This arrangement divides the number of tubes required by a factor equal 

to the number of elements fed by a single tube.  It makes the component 

proolem more difficult because power splitters and phase shifters, which 

are located at low power levels In a one tube per channel arrangement, oust 

be moved to the output lines and thus operate at high power levels. The 

question to be considered Is the relative cost per channel of a single 

channel per tube versus multiple channels per tube. 

The first step In this Investigation was to consider the high 

power phase shifter problem.  It appears that phase shifters operating 

at 100 kw or more and providing fast switching times are well btyond the 

state of the art. High power phas« shifters now In existence are relatively 

slow operating devices capable of being modulated only at low audio fr.- 

quencles. To extend present high pewer phase shlft-r techniques to fast 

operation might Involve the expenditure of a»re power to operate the 

phase shifters than Is required to oparat* the transmitter tub?s. Th« 

present state of the art in fast switching end pha»c shifting .evlces 

limits them to about 5 lew of peak power. It Is, hwever, not out of the 

question to Imagine that higher power versions of these devices will emerge 

as the art progrtises and that unit» capablt of operating at 100 kw or 

above will eventually become available. Por the purposes of this dis- 

cussion U Is assumed that they will b« available. Since the cost of 

llwise "future comFone:>tl,• Is not kr.c«.r., tne studies will n^t b*. complete 

but they will at least give a rough feel for the factors ar.J the orders 

of magnitude Involved. 
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TV/o L-banci arrays  have been considered. 

(a) Peak power per element    -    100 kw 

Average power per element    -    2 kw 

Duty cycle    -    0.02 

RF Input power    -    1 kw peak 

In this  case  the  tube used when there  Is cne transmitter tub«? per array 

element  Is  the SFD-209 

(b) Peak power per element - 1000 kv 

Average power p?r eleitent - 2 kw 

Duty cycle    -    0.002 

RF Input pov«r    -    I k« peak 

In this case  the configuration used when there  Is one output  trarsmltter 

tube per array olMMnt  Is a chain conslÄtlr.g of an SF3-209 »nd SFD-216 

in tandem. 
In maklr.^ the cost estimates.   It  Is assumtd that tubes are 

used whose development cost ha« betr. separately fur.ded to th» point -where 

a small  run of flrtl Oealfen tub. s has  beer. prcduceQ.    These development 

cost« arc not  Included In :he tube cost?.    :t hi* been further asr-med that 

•••hen thire  Is more  than cr..- ar.tnna element p^r tub-",  the  requlr^mint on 

half wav*-longth spacing c£  tha  tub«»«  I«  llftec.    Also,   It  it a«sjme.l that 

the avalUble  Input power  remain» a:  1 kv throughout and that  the gain 

1«  lncr?»«ed as p^ak pewer 1« incrta«*^ - by addlnt txtra «tage« where 

necessary.    Finally,    piratlor. trom a dc voltsge vlth control  elecrrode 

pulsing  I» assumed to b^  fM^lbl    up  to about 50 kv oporstlr.g vtlt ts^ 

at L-baad.    Abov  ^0 kv full ar.rl« pulsing would be  required. 

Table II shorf« the  rasulis of  the cost  jtudy.     Incb-dni In the 

table  I« an ^stlmat«? of cos*. ^rT lube cluln anJ cost per inl^nna elemtnt 

':r dlff.r.;nt - int  r      f       t-u-j  'l-n.:t« ptr f.b'.    Th? c *:« are rough 

estlmitfc^, especially for tae higher prv.r tube«,    the«« cost» have 

been ob-ilt^d by comparing the  tube« r^ilrei with exl«tlng tube« with a 

known price hlatcry.    The cc«t«  lr. large quantltlef   represent    hat la 

felt w-uld be obtalneo with quantity production techniqu-s n'w used in 

the  tub^   industry.    Application of new automation techniques may lower  the 

cost  further  In quantities of  100,000 cr m.rs   but only if a decisior.  is 
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made «t the start to set up an automated facility. Reaching a 100,000 

quantity through smaller repeat orders would not gain a lower cost 

because no Individual order could Justify setting up the automated 

facility. 

The results of Table II are plotted In Figures 69 and 70.    They 

show a bro«d minimum In the cost per element at from 10 to 100 elements 

per tube.    The accuracy with which a cost study can be made at  this  time 

does not  Justify a conclusion as  to whether the minimum would really be 

nearer 10 or 100 tubes. 
Uac of several antenna elements per tube entails a high power 

divider network and high power phase shifters  following the power anpll- 

fler whereas with one  tube per element, power division and phase shifting 

■ay be done at  the  low pwev levels existing at the  Inputs  to the final 

a^llflers.    Thus  to find the final cost per element of the various 

configurations, the extra cost of high power components must be taken 

Into account.    This  Is difficult  to do at present because acme of the 

co^tonents are entirely speculative.    Added to the component costs 

would alto be the additional power supply coat« Incurred as the voltage 

Is Increased and the extra costs of adding pulse modulators when the 

operating voltage exceed 30 kv. 
The added component and power supply cost per element would 

probably have a characteristic similar to that shown In Figure 71.    It 

la taro for one tube per element and Jumps to a finite value at two tubes 

par element.    At this point ther« la a high power phase shifter per 

antenna elaaent.    The added cost per channel would then continue to grow 

slowly aa the coa^lexlty of the divider network and power supply grow«. 

The dotted lln#-s In Figures 69 «nd 70 show the »hape the composite curve 

of  tuba plu« additional  component cost per channel might have.    The 

actual values are not Intended to be significant.    It  Is even conceivable 

that  the minimum would like at one tube per antenna element  If  the com- 

ponent costs are high enough.    The conclusion that must be drawn Is 

that  further study of high power phase shifters,  divider network components 

and power supply systems  Is required before  It can be determined whether 

several  antenna element« per tube would represent a saving ever ore 
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element per tube.  In the near future one element per tube must be the 

choice because of limitations caused by the state of the art of phase 

shifters. 
Consideration has also been given to how the tube costs would 

vary as a function of frequency In the range of 600 to 6000 Mc.    It  Is 

believed that the costs would mlnlmUe around L-band.    At  lower frequencies 

Che  Increasing sUe of the tube would Increase  the cost and at higher 

frequencies  the  Incwaslng difficulty of obtaining the average power rating 

would Increase the cost.    As examples,  Figure 72 shows  the e3tlmated re- 

lative cost of a 100 kw peak, 2 kw average tube and a 5 »* peak,  100 kw 

average  tube  as  functions of frequency.    The cost of each tube at L-band 

Is  taken as the base of  1.0 In this  figure.    At the 2 kw average power 

level,  there  Is a very braod cost minimum and costs would be about  the 

same at L- and S-banda.    As the power level  Is   Increased the cost minimum 

becomes sharper and gradually shlftf  toward lower frequencies.    It should 

be noted that abovi« L-bar.d,  It will no  longer be possible  to stfick  tubes 

and magnets on a half wavelength spacing     Thus system costs at S-band for 

a one tube per antenna element configuration would probably be considerably 

greater than at L-pand. 
The major conclusions cf  this stucy are 

(1) An array configuration in which *-v-rsl (ten?)  antenna elewnt« 

are fed from a »ingh»  sirpUfl-sr chain merits  ccnslderation.    The  fusi- 

bility of  thlt configuration depends or. progress  In the  davtlcpwmt of fast, 

high power phase shifters.    Final  dr.miration of  the »Inlmua cot cc.-.fl- 

guratlcn will raqulr« en -xtir.ded itudy by *n orgar.Uatlon with system 

engineering cap«bllity. 
(2) At a radiated power of 2 ta.- average ffr tnterna element,  tub»* coats 

would be about the same at L-  «r.d S-b-aia.    AP   the aver.g». oower ?vr tube 

(not fit arterna elem^.t)   Is  ircreaied th' mlf.inrim becomes sharps and 

moves  tovsrd lov^-r frequerclee.    At  lover average pow-rs  the minima la 

broad and movts  toward higher frequencies. 

11*1 



3 

C 

l 

0 
u 

'.I 
HI     <H X >    o w —     0 

3 

I 

I 

o 

L 

o 

I i 
IU2 

I 



8.0 PROGRAM FOR NEXT INTERVAL 

During the next six months of this program, we will attempt 

to: 
(1) evaluate the new B designs and make any necessary design 

changes 

(2) construct groups of identical tubes of each type 

(3) set up the phase measuring equipment 

(U) characterize the groups of tubes including measure- 
ments of output power and phase as functions of input 
power, operating voltage, magnetic field and frequency 

(5) tec up the life testing equipment and begin life testing 

(6) construct the linear version of the SFD-209 circuit and 
use it to evaluate ferrite attenuator designs; Incor- 
porate ferrite attenuator into an operating tube. 

l^ 
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